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ABSTRACT 

Study of Charge Transport Properties of Conjugated Polymers and 

Photovoltaic performance of Bulkheterojunction Solar Cells 

 

SIRAYE ESUBALEW DEBEBE 

Addis Ababa University, Chemistry Department 

Ethiopia, 2012 

Alternative energy source of the world in the future is organic photovoltaic, which 

is sustainable and environmentally friendly. Among the different organic photovoltaics, the 

class of bulk heterojunction solar cells required to have 10% power conversion efficiency 

and 10 years of life time to be commercialized.  

However, there are many factors that limit their performance. One of these factors 

is the charge carrier mobility. Therefore, the mobilities of different polymers (APFO-

Green 6, APFO-Green 5 and a novel Phenyl substituted Polythiophene compound called 

PPOPT) have been characterized in order to understand the effect of mobility in their 

performance. 

Transport of holes in a low band gap polyfluorene, APFO-Green6, was investigated 

by means of admittance spectroscopy in the modulation frequency range 1-5x10
5
 Hz and 

found to be in the order of 10x
-6

 cm
2
V

-1
s

-1
. At room temperature hole mobility of APFO-

Green6 is dependent on the applied electric filed, as commonly observed in disordered 

organic materials.  The excess capacitance towards low frequencies provides evidence for 

charge relaxation in trap levels. A dispersion parameter of 0.4 was achieved from the trend 

of holes transit times with the electric field. CELIV technique was also applied, but the 

characteristic signal was not observed. However, it was used to determine the polymer 
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dielectric constant and found to be 3, which is very common value to many organic 

materials.  

The bulk transport properties of positive carriers in thin films of a low band-gap 

conjugated polymer, called APFO-Green5, have also been investigated with the ac 

Admittance technique. The capacitance response at low frequency gave indication of a 

combination of trapping and double-injection effects, while in the intermediate-high 

frequency range was determined by the transit time of injected holes. Hole mobility in 

APFO-Green5 thin films exhibited a Frenkel-like dependence on the applied electric field, 

with a field-dependent coefficient of around 8 x 10
−3

 (Vcm
−1

)
 −1/2

. A hole mobility close to 

2 x 10
−5

 cm
2
 V

−1
 s
−1

 was achieved at the field of 3.5x10
5
 Vcm

−1
, in excellent agreement 

with that already reported by using a different bulk investigation technique. The 

temperature effect was also studied and the charge transport parameters were extracted by 

analyzing the mobility data by the uncorrelated and the correlated Gaussian Disorder 

Models. DISCL transient technique was also applied and one order magnitude higher value 

to that of AS was achieved. 

Characterization of a novel polythiophene substituted with a 2’-pentyloxy-5’-(1’’’-

oxooctyl) phenyl group (PPOPT) is also reported. Optical and electrochemical studies 

were done. The HOMO (-5.49 eV) and LUMO (-3.14 eV) levels have been determined. 

The bulk transport properties of thin films of PPOPT are investigated by admittance 

spectroscopy. The dramatic effect of the phenyl side chain on the mobility of positive 

carriers in films of PPOPT is described. The photophysics of PPOPT in both solution and 

thin film is also investigated and correlated to substituent-driven intrachain and interchain 

arrangements. 
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More over two other polymers were used to develop bulkheterojunction solar cells and 

characterized. One of the polymers that is used in a photovoltaic characterization is  a 

novel family of fluorene–thiophene-benzothiadiazole containing, poly{[4’-(9,9-bis(2-

ethylhexyl)fluoren-2-yl)-2’,1’,3’-benzothiadiazole-7,7’-diyl]-co-[2’-(9,9-bis(2-ethyl-

hexyl)fluoren-2-yl)thien-7,5’-diyl]} (PFB-co-FT),  random copolymers . The study 

includes selection of the best solvent, analyzing annealing effects, optimization of 

polymer: PCBM weight ratio, optimization of the active layer thickness and studying the 

effect of LiF buffer layer in order to get optimized performance. The effect of the incident 

light intensity was also investigated in order to get insight about the space charge effect on 

the device. The optimum performance is around 1% and the light intensity study indicates 

that little or no significant effect of space charge in the solar cell devices.The other bulk 

heterojunction solar cell characterized is Poly{[2,7-(9,9-bis-(2-ethylhexyl)-fluorene)]-alt-

[5,5-(4,7-di-2’-thienyl-2,1,3-benzothiadiazole)]}:PCBM. The solar cells were also 

characterized under different incident light power intensities. Charge trapping effects take 

place at low fullerene content in the photoactive blend; an efficient polymer fullerene 

intermixing with formation of continuous phases is reached at a donor: acceptor ratio of 

1:4. For an optimized active layer thickness of 100 nm a power conversion efficiency of 

2.57% was obtained. Photocurrent measurements under reverse bias conditions show that a 

high percentage of the photogenerated excitons do not lead to the formation of free 

carriers; thus representing the major limiting factor for the devices efficiency. 

 

Key words: Hole mobility, Transport properties, Admittance spectroscopy Conjugated 

polymers, Polyfluorene, phenyl substitution, organic solar cell, Bulk heterojunction 
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1 Fundamentals of charge transport and organic photovoltaic 

1.1 Introduction 

Polymeric materials, in different forms, have been used by human being since the 

prehistoric times. However, the polymer science on a molecular basis is the 

development of the 20
th

 century.  

All conventional polymers, called plastics, have been used traditionally because of 

their attractive chemical, mechanical, electrical insulating properties but not for their 

electronic properties.  

The discovery of semiconductor properties of simple organic molecules like 

Anthracene in 1960s [1] has opened a new window for application of organic 

electronics. Since then, many other organic semiconductors have been developed and 

used in a variety of applications including xerography, light emitting diodes, field-

effect transistors, and solar cells [2, 3]. Therefore, there are many organic 

semiconductors, which have a different property as compared to common insulating 

organic solids that can be used for many electronic applications. Particularly, the 

achievement of Alan J. Heegar group [4] in 1977 to improve the conductivity of 

polyacetylene considered as the biggest turning point for conjugated polymers to be 

used as electronic devices.  

Organic semiconductors, in general, are attractive for use in macroelectronic 

applications for a variety of reasons. Most importantly, many of them can be dissolved 

in common organic solvents to form inks which can then be printed over large areas, 

potentially at great speed and low cost. Moreover they have several features which are 

unusual for semiconductors: they are extremely flexible and can be semi-transparent or 
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colored. This raises the potential of integrating organic semiconductors into entirely 

new formats, such as textile-integrated photovoltaics, or semi-transparent displays. 

Another key advantage of working with organic semiconductors is that there are an 

almost limitless number of them. Compared to inorganic semiconductors, they are very 

easy to modify or design entirely from scratch. This means that properties such as light 

emission or absorption could be fine tuned for specific applications. 

Alongside their potential advantages, organic semiconductors also pose serious 

challenges that must be overcome before they can be commercialized in 

macroelectronic applications. The first is a range of other inorganic semiconductors, 

such as amorphous silicon and copper indium gallium diselenide, exist that perform 

better than the organic [5] and huge industries already exist around them. Therefore, 

organics should have to compete against these incumbents for a market share. In fact, 

the cost of implementing new manufacturing processes means that organics will 

actually have to perform better than inorganics to gain substantial market penetration, 

by offering either cheaper, better, or entirely novel electronic devices. 

A second challenge faced by organic electronic devices is the need to improve their 

lifetimes. Because organic semiconductors transport charges via an energetically 

excited state, molecules are prone to react with surrounding molecules such as oxygen 

and water. These reactions change the chemical structure and therefore the electronic 

properties of the semiconductor, usually with a detrimental effect on the performance 

of the device [6]. As a result, the performance of the device declines over time. This is 

a particular issue in optoelectronic applications where energetically unfavorable 

reactions can be driven by high energy radiation. These days, the lifetimes are most 

commonly extended by encapsulating the devices with protective membranes that slow 

the transmission of molecules like water [7]. 
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Another key challenge is the need to improve charge transport which is very critical 

to electronic applications. 

Finally, it should be necessary to point out that the key factor for commercialization 

of organic devices is not necessarily needed to match the properties (like mobilities) of 

those inorganic ones. Their novel properties could be enough to penetrate the market as 

far as their performance is well optimized.  

1.2 Charge transport in organic semiconductors 

Charge transport has been a subject of interest from the standpoints of both basic 

science and technology. Particularly, understanding of charge transport properties of 

organic semiconductors is of fundamental importance for further advancement of 

electronic and optoelectronic devices.  

In conjugated polymers, due to the intrinsic low dimensionality of the system, 

charge carriers tend to have a strong coupling to the lattice [8]. This factor together 

with electron – electron correlation effect and other molecular structural details can 

lead to the formation of various types of excitations in conjugated polymers. For 

example, solitons (in degenerate ground state structures like polyacetylene), polarons 

and bipolarons (in non degenerate ground state structures like polypyrole, etc), bound 

excitons (in strongly correlated systems), electons and holes (injected carriers in 

semiconducting polymer devices) and free carriers (in fully doped metallic conjugated 

polymers).  

Excitations like solitons, polarons, bipolarons and excitons are spread over several 

angstroms along the conjugated segment. Furthermore, morphological factors 

(crystallinity, amorphous nature, intermolecular interaction, etc) and the degree of 

disorder (both intra and inter-chain) combine with the range of charge carrier species, 

making the charge transport mechanism in conducting polymers quite complex 
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compared with the conventional systems. In general, the conjugation length (the extent 

of the delocalized -electrons in the polymer backbone), inter-chain interactions, carrier 

density and degrees of disorder are the most significant parameters, playing major role 

in the charge transport mechanism in conducting polymers. 

Polymer chains may extend through a number of crystallite regions, or they can be 

folded back on themselves within the crystallite regions; in either case the ordered 

crystallites are interconnected by amorphous region. A crystalline domain, however, is 

not perfectly ordered: there are point defects such as chain ends, crosslinks, etc. The 

overall electrical transport is a superposition of intra-chain, inter-chain, and inter-fiber 

charge transport mechanisms, Figure 1.1 [10]. 

 

Figure 1.1 Schematic view of the fibrillar structure of polyacetylene [9]. 

 

In conjugated polymers, charge carriers can be created by light-induced 

photocurrent generation, chemical doping and injection of carriers from electrodes in an 

electric field. The photogenerated and field –induced carriers are transient with short 

life times, where as the carriers in chemically doped systems are stabilized by the 

presence of counter ions. 

The key quantity that used to characterize the charge transport property of a 

material is charge-carrier mobility (μ). It is used to evaluate the performances of 
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organic semiconductor devices such as light-emitting diodes (OLEDs), field-effect 

transistors (OFETs) or solar cells (OSCs), etc. 

In OLEDS a balanced mobility of electrons and holes is required for a better 

performance [10]. Otherwise, the surplus electrons or holes will not recombine to give 

the required radiative luminescence, which results in low operation efficiency. 

In OPVs a low mobility of charge carriers leads to buildup of space charges due 

to accumulation of charge carriers in the device which may also enhance the 

recombination. Moreover, the dissociation of exciton to free carriers decreases and as a 

result the current density decreases, which in turn decreases the device efficiency.  

Very high mobility leads to the depletion of the charge carriers and consequently the 

quasi Fermi levels tend to bend. As a result the open circuit voltage decrease, which 

decreases the efficiency of the solar cell. Therefore, optimized carrier mobility is an 

important condition that must be fulfilled to obtain highly efficient organic solar cells 

[11].   

In OFETs a high mobility of the charge carriers leads to a better performance of 

the device [12]. 

Therefore, a precise measurement of the mobilities of electrons and holes can 

give insight into possible limitations for applications. Hence, the knowledge about the 

physical processes, such as recombination and charge carrier transport, and their impact 

on the charge collection in semiconductors is crucially important for an optimization 

and has therefore been intensively studied [13-15].  

The transport of charge carriers could be based on diffusion or/and drift 

mechanisms based on the presence and absence of electric field on the system 

understudy. In the absence of any external potential, the transport is purely diffusive 

and the mobility is simply described as 
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eD

kT
 

                                   (1.1) 

where  is mobility, e is  unit charge, D diffusion coefficient, k Boltzmann constant, T 

absolute temperature. 

When an external electric field is applied, it induces a drift of charge carriers 

and the mobility can then be defined as the ratio of drift velocity to the amplitude of 

electric field: 

                            
v

E
                               (1.2) 

where v is drift velocity of charge carrier and E applied electric field strength. 

Drift is the effect that dominates the migration of the charges across an organic 

layer in the devices [16]. Hence, the drift mobility is used to characterize the mobilities 

of materials that is to be used in optoelectronic devices. 

1.2.1 Charge transport models 

Different theories have been proposed to describe charge transport in organic 

semiconducting materials; however, none of them can explain all experimental 

observations. Probably, several mechanisms occur at the same time and depending on 

the specific conditions charge transport is dominated by one of these mechanisms. 

Hence, a very brief overview of the models that are often used to explain charge 

transport in organic semiconductors will be discussed bellow.  

1.2.1.1 Band transport  

In the band transport model intermolecular interactions lead to the formation of 

energy bands in which electrons and holes can be transported freely. Band transport 

thus occurs in delocalized states and in a perfect crystal.  Therefore, in a perfect crystal 

a carrier is delocalized and moves as a plane wave without scattering, Figure 1.2a. In a 
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real crystal, there is always lattice vibration or phonons that disrupt the crystal 

symmetry. These phonons scatter the electron and thereby reduce its mobility, Figure 

1.2b.  Since the lattice vibrations are increased at high temperatures, the band transport 

model suggests that the charge carrier mobility decreases with increasing temperature. 

  Typically, band transport is observed in inorganic semiconductors, which are 

highly ordered with strong coupling between the atoms. Most organic semiconductors, 

however, are characterized by a high degree of disorder and the weak electronic 

coupling (Van der Waals and dipole-dipole interactions) between different molecules 

can easily be broken, causing localized instead of delocalized states. Consequently, 

band transport is generally not the transport mechanism in organic semiconductors. 

Only for highly ordered molecular crystals such as naphtalene [17], anthracene [18], 

rubrene [19] and pentacene [20] this behavior, indicated by an increase of the mobility 

at lower temperatures, has been observed but not for the polymers. 

 

 

 

 

 

 

 

 

 

 

Figure 1.2 Band transport mechanism in solids a) Perfectly ordered crystal b) Real 

crystal that involves lattice vibration. 

Applied voltage 

Delocalized  electron 

Lattice  vibration 

Scattered  electron 

a) 

b) 
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1.2.1.2 Multiple Trapping and Release Model (MTR) 

   The starting point of the model is a distribution of localized levels in the 

vicinity of a delocalized transport band edge.  This model assumes that charge 

transport occurs through delocalized, extended states. Transport is, however, impeded 

by impurities, defects, grain boundaries, etc, which create a distribution of traps near 

the transport band. Traps are, therefore levels localized at lattice defects or impurities 

in which the charge carriers are immobilized. These traps can be deep traps, which are 

located near the center of the band gap, or shallow traps, which are located close to the 

conduction or valence band, Figure 1.3. 

During charge transport charge carriers can be trapped. These trapped carriers 

can then, after a certain time, be thermally released to reach the transport band, where 

they can be trapped again. The time the carriers are trapped depends strongly on the 

temperature and on the depth of the trap. The higher the temperature and the shallower 

the trap, the faster the carriers are released. 

 

Figure 1.3 Principle of the multiple trapping and thermal release limited charge 

transport, EF is Fermi energy, Et trap energy, EC conduction energy level [21]. 
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The MTR model predicts an Arrhenius-like temperature dependence of the 

mobility [22]. In organic semiconductor films the distribution of energy levels below 

the nominal LUMO or HOMO is to a large extent due to disorder. Therefore, the MTR 

model has been used quite successfully to describe transport in some of organic films 

[23, 24]. This model assumes an exponential distribution of gap states. The charges 

injected or the charges which are already present in the organic semiconductor are 

trapped into localized states with a probability close to one and then released through a 

thermally activated process.  

 The drift mobility is given by: 

                              

exp t
D o

E

kT
  

 
  

                                                            (1.3)

 

where µo is the mobility at the band edge,  is the ratio between the effective density of 

states at the transport band edge and the density of traps, and Et is the energy of the 

trap state.  

1.2.1.3 Hopping transport  

  If the lattice is irregular, or if the carrier becomes localized on a defect site, 

lattice vibrations are essential for a carrier to move from one site to another. This 

phonon-assisted tunneling directly between electronically localized centered at different 

position is known as hopping transport [25]. It is an activated process and the mobility 

increases with increasing temperature, Figure 1.4. 

In the hopping transport model, the mobility of the charge carriers depends on 

their energy within the density of states distribution and increases if the density of 

neighboring states (in space) is large, and/or if there are states available at lower 

energy. 
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At elevated temperatures, thermal energy is sufficient to overcome small energy 

barriers. At low temperature, however, transport only takes place via tunneling.  

  

 

 

 

 

 

Figure 1.4 Hopping due to lattice vibration transport mechanism in solids. 

 Organic small molecules or polymer layers often have microstructures that can 

be characterized as nanocrystalline, or even amorphous. It is generally agreed that the 

mobility in such dispersed systems is then due to thermally assisted tunneling 

(“hopping”) between localized molecular states [26].  

Hopping transport can also be well approximated by a random walk of charge 

carriers in positionally and energetically disordered landscapes [27]. This typical 

disorder controlled transport is characterized by considerable activation energy. Charge 

carrier mobility in such materials are electric field dependent and follows Poole-

Frenkel behavior [28], 

                                         ( ) exp( )oE E  
                                                   (1.4) 

Where μo the mobility at zero field and  is the parameter describing how strong is the 

dependence of mobility on electric field. 

 

moving electron 

Lattice vibration 

Localize 
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1.2.2 Charge Carrier Disorder Formalisms 

1.2.2.1 Gaussian Disorder Model (GDM) 

This model was developed by Bassler [29] and considers the hopping of charge 

carriers in a lattice of localized states, which are subjected to energetic and positional 

Gaussian disorder. The energetic disorder, described by the parameter σ, arises from 

the fluctuations of energy levels, while the positional disorder, described by the 

parameter Σ, arises from the fluctuations of intermolecular distances or mutual 

orientations of neighboring molecules. These assumptions lead to the following 

expression for the electric field E and temperature T dependent charge mobility: 

      

2

2

inf

exp ; 1.5
2
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exp 2.25 ; 1.5
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c E
kT
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c E
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                                (1.5)

 

Where μinf is the mobility in the limit T∞ and E0, k Boltzman constant, T 

absolute temperature, σ width of Gaussian distribution of the energy states, which 

describes energetic disorder and Σ degree of spatial disorders, c an empirical 

constant and μinf is the high temperature limit of mobility. 

As formulated in the last equation, hopping transport in Gaussian DOS 

results in ln(μ) ∝ T 
−2

  relationship, which deviates from the Arrhenius behavior 

ln(μ) ∝ T 
−1

. However, the GDM model has been widely used to explain 

experimental transport studies in many disordered materials, like organic polymers. 

1.2.2.2 Correlated Gaussian Disorder Model (CDM) 

Novikov et al [30] has proposed a new model called Correlated Gaussian 

Disorder Model (CDM), in order to circumvent the deficiencies observed between the 

GDM and the experimental results. One of the reasons for discrepancies arises in GDM 
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is that it works only in a narrow field range, describing experimental values only in 

high field range (E > 3 x 10
5
 V/cm). The CDM considers spatially correlated energetic 

disorder as a necessary requirement for improving the GDM model so as to account for 

the ln(μ) ∝ E  behavior over a broader electric field range. The spatial correlations in 

disordered materials may originate from long-range charge-dipole interactions. The 

strong coupling of phonon and electronic states in organic solids rationalizes the 

inclusion of correlation in transport models.  

The new correlated disorder model (CDM) is expressed as  
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                                          (1.6)

 

where Co = 0.78 and Γ = 2, a is the interstice spacing between hopping sites, q electron 

charge.  

Γ characterizes geometrical disorder and thus should depend upon transport site 

concentration. 

1.3 Charge transport measurement techniques 

There are various types of charge carrier mobility measurement techniques. These 

techniques could be categorized into four groups based on the mechanism of charge 

carrier generation [31]. They are Photo-generated, Doping generated, Injection 

generated, and Electric field generated. 

Time of Flight (TOF) from photo-generated, Charge Extraction by Linearly 

increasing Voltage (CELIV) from doping generated, Admittance Spectroscopy (AS),  

Dark Injection space charge limited current (DISCLC) and Space charge limited 

current (SCLC) from injection generated have been discussed in more details in this  

thesis. However, there are other more techniques like Organic Field Effect Transistors 
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(OFET), Transient Electroluminescence (EL), etc that have been used to determine the 

mobility of organic semiconductors. 

In all cases the sample to be characterized should be prepared as a form of 

device with different architectures, which will be explained in each respective topic, in 

order to make characterization simple. In general, in the device development steps, the 

sample material is sandwiched between electrodes.  The device architecture could be 

designed for a single charge carrier transport i.e. hole or electron only transporting 

device. In some techniques it is possible to characterize both electron and hole mobility 

simultaneously such that the devices should be developed to allow both carrier 

transportation. 

For hole only devices, the work function of hole injecting electrode and HOMO 

level of the semiconductor should be aligned but its LUMO level should be very deep 

relative to the other electrode in order to block injection of electrons. Likewise for 

electrons only devices, the LUMO level of the semiconductor should be aligned with 

the work-function of electron injecting electrode but its HOMO level should be deeper 

than the work-function of the other electrode in order to block holes. For simultaneous 

measurement of electrons and holes no need of blocking contact electrodes rather both 

electrodes should inject charge carriers.  

Therefore, it is very crucial to consider the work-function of metal electrodes and 

HOMO or/and LUMO levels of semiconductors during preparation of devices before 

conducting the measurement. 

1.3.1 Time of Flight (TOF) 

TOF is a well known technique and it is widely used to measure the charge carrier 

transport in various low mobility (and low conductivity) semiconductors. Charge 
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carrier mobilities in organic materials were first measured with the TOF technique by 

Kepler and Leblanc [32] and still used as standard method with a lot of improvements. 

The apparatuses needed for TOF measurement are LASER light source, 

electrical potential source, variable resistors and an Oscilloscope, Figure 1.5. 

The TOF method is based on the measurement of the carrier transit time (τ), 

namely, the time required for a sheet of charge carriers photo-generated near one of the 

electrodes by pulsed light irradiation to drift across the sample to the other electrode 

under an applied electric field [33]. 

The  TOF  method  is  a  rather  direct   and general measurement technique for 

determining mobilities of charge carriers in that  it directly  visualizes  their  field-

induced transit motion through a sample from the start  at  one  electrode  to the arrival 

at the opposite one. 

As depicted in Figure 1.5, an organic layer with a few microns thick (d) is 

sandwiched between two electrodes. The material is first irradiated at the time t0 by a 

laser pulse in the proximity of one electrode to generate charges. Initially, both types of 

charge carriers are generated. This results an initial current spike on current versus time 

response of the measurement as shown in Figure 1.7. 

 

Figure 1.5  Scheme of TOF apparatus. 

hv 
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One species instantly recombines at the respective electrode, depending on the 

polarity of the applied bias and the corresponding electric field, while the other starts 

moving at a constant velocity (v) through the bulk of the sample. This uniform 

movement of the package results in a plateau region in the transient. When it reaches 

the adjacent electrode, charge carriers from the packet start to recombine accompanied 

by a drop of the photocurrent, leading to a tail in the transient. The transit time τ is 

determined from the intersection of an extrapolation of the plateau and a tangent to the 

tail, Figure 1.6.  

 

Figure 1.6. Photocurrent versus time response of TOF. 

 

In the case of measuring a hole drift mobility, for instance, the transparent 

electrode is held at a positive potential with respect to the ground, while the other one 

is grounded through a resistance R which has a much smaller resistance than the 

sample. At the beginning, holes and electrons are generated by photo-excitation of the 

film through irradiation with a short pulse laser. Immediately the electrons will be 

collected by the positive electrode and the holes will start moving to the negative 

electrode. When charge carriers start to drift, photocurrents flow until the charge 
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carriers arrive at the other electrode and the response is shown in Figure 1.7. The 

response could be either non-dispersive or dispersive types based on the transport 

mechanism of the charge carriers. A sharp signal is obtained in the case of ordered 

materials (non-dispersive transport) while in disordered systems a broadening of the 

signal (dispersive transport) occurs due to a distribution of transient times across the 

material.  

Figure 1.7a shows a typical transient of non dispersive transport while Figure 

1.7b shows the photocurrent response for dispersive transport, which is without any 

definite cusp.  In the dispersive transport the transit time, τ, is determined from the 

double logarithmic plots of transient photocurrents as shown in the inset of Figure 1.7b. 

This shape is due to a charge trap or dispersion effect in a material, which means that 

some charge carriers are hold in different energy levels from a transporting level for a 

certain time during traveling from one electrode to the other. Therefore, TOF 

measurements clearly show the impact on mobility of structural defects present in the 

material.  

 

 

Figure 1.7. Typical transient photocurrents: (a) non-dispersive; (b) dispersive. 

Inset double logarithmic plot. 
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The mobility of the holes or electrons is estimated via: 

                             

2d d

E V


 
 

                                                                       (1.7)
 

where d is the distance between the electrodes, E is the electric field, τ is the 

averaged transient time, and V is the applied voltage.  

One of the advantages of using TOF technique is that the hole and electron mobility 

can be studied separately simply by changing the polarity of applied voltage.  

There are several restrictions to the experimental practice in time-of-flight 

experiments: 

 The film thickness should be very much larger than the thin sheet of carriers width. 

This is correlated to the absorption profile of the laser beam and limits the 

applicability of the method to strongly absorbing materials or very thick layers. 

Therefore, the sample size should be arranged in order to have the light absorption 

to be within 10% of the sample size. The thickness of samples is usually in the 

range from 5 to 20 µm. 

 The absorption depth of the optical excitation is small compared to the film 

thickness and the optical pulse duration is short compared to the transit time of the 

charge carriers across the sample. Low intensity optical pulses are used so that the 

photogenerated charge carrier density does not significantly perturb the spatially 

uniform electric field in the structure [34]. 

 The total photo-injected charge must be very much less than capacitive charge 

(CV). The total number of created charges must be small enough not to distort the 

external electric field. As a rule of thumb, less than three percent of the total 

amount of charges that are stored on the electrodes should be created. This 

constrains the experiment to low excitation intensities and low electric fields.  
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 Both electrodes must be non-injecting and form blocking contact. 

 One of the electrodes should be semitransparent in order to allow the penetration of 

laser light into the sample 

 The laser pulse width should be very much less than the transit time. 

 Carrier recombination time or trapping time should be very much greater than 

transit time. 

 The time constant RC has to be at least one order of magnitude smaller than the 

transit time to guarantee full time resolution of the transient signal (is necessary to 

prevent the rising time of the signal from being longer than the transit time τ). It is 

determined by the capacitance C of the whole setup and the resistance R, caused by 

the wire connections and the shunt-resistor used to measure the photocurrent with 

the oscilloscope. 

1.3.2 Charge Extraction by a Linearly Increasing Voltage 

(CELIV)  

Another approach to measure charge carrier mobility was introduced by G. 

Juska et al. [35], called Charge carrier Extraction by Linearly Increasing Voltage 

(CELIV). There are two types of CELIV techniques: Dark-CELIV and Photo-CELIV. 

In this report the former is only addressed. 

In Dark CELIV the charge carriers studied are equilibrium charge carriers, 

which of course are of great importance for the understanding of steady state transport 

in optoelectronic devices.  

The basic idea of this method is illustrated in Figure 1.8. 
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Figure 1.8.  A schematic illustration of the CELIV technique. (a) Process of charge 

extraction. The region 0 ≤ x ≤ l(t) where all electrons have already been 

extracted is depicted by the shaded area. (b) Scheme of the voltage input 

and (c) The current density response with capacitive offset Jo and a current 

density due to drift with maximum of current ∆J.  

 

Here, a linearly increasing voltage, V(t), is applied on the device that is 

sandwiched between blocking electrodes, Figure 1.8b.Then, the extraction of charge 

carriers begins and reaches maximum at tmax and correspondingly the current density 

also reaches maximum, jmax. After tmax both the charge carrier concentration and the 

external current density decreases since the charge carriers get depleted in the sample.  

Therefore, the linearly increasing voltage is used to extract equilibrium charge carriers 

with density n and mobility µ from a film with a certain dielectric permittivity  and 

thickness d.   

S 
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In CELIV method there is no injection of charge carriers rather than extracting 

the charge carriers found in equilibrium in the sample. 

The whole device is represented as a capacitor with the film between two 

electrodes at x = 0 (blocking contact) and x = d. 

The experimental setup of CELIV involves an oscilloscope and a pulse 

generator, a sample in the sandwich configuration with blocking contacts, Figure 1.9. 

 

 

 

 

 

 

Figure 1.9. Schematic set up of CELIV: (a) function generator, (b) sample sandwiched 

between electrodes, (c) variable resistor and (d) oscilloscope 

 

In CELIV method, when the density of current as a function of time measured, 

differentiating RC-circuit current step j(0) is seen in the beginning, Figure 1.8c [33].                              

                                         
0(0)   

S
j

d
                                                  (1.8) 

where, ,  are the dielectric constant of the material and vacuum, respectively, S is 

the slope of the applied voltage pulse and d is the thickness of the dielectric.  

The total current density, j(t), with in the sample, due to the redistribution of the 

charge carriers (electric field) is estimated by [35]:  

(a) 

(b) 

(c) (d) 

V 

t 
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                        Where  is conductivity and the other terms defined previously. 

To calculate the mobility based on the transition time (ttr) is difficult since the 

determination of the transition time from the current versus time curve is not so easy in 

this technique, Figure 1.8c. Therefore, a relationship of mobility with tmax has been 

developed. Based on this idea, in order to estimate transport parameters from CELIV 

measurements we need to consider three cases depending on the conductivity of the 

material [36]: 

1. Low conductivity case, when τσ >> ttr (or ∆ j <<  j(0)); 

The charge carrier mobility is directly estimated from the extraction maximum 

from CELIV transients: 
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2. High conductivity case, τσ << ttr (or ∆ j  >> j(0)) 

The charge carrier mobility is then estimated:  
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3. Moderately conductivity, τσ ≈ ttr (or ∆ j ≈ j(0)) 
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              where (1 + 0.36∆j/j(0)) is the numerically calculated correction factor. 

Recently there is a big debate on the value of the correction factor that is used in 

Equation 1.12.  The debate is based on the consideration of the status of charge carriers 

in the devices. Many papers reported so far has considered the extracted carriers during 
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CELIV measurement are equilibrium carriers and homogeneously distributed. However 

some scholars are challenging this idea and suggested that these carriers are not at 

equilibrium and homogenous [14, 37]. They pointed out that real devices exhibit an 

inhomogeneous distribution of electrons and holes in the device, with the electron 

concentration being highest at the cathode and lowest at the anode and vice versa for 

holes. Therefore, the correction factor 0.36 introduced by Juska et al [38] has been 

replaced by 0.21 by Deibel et al [14] and 0.18 by Bange et al [39].  

Very lately Lorrmann et al [40] has come with a new formula that helps to 

calculate the mobility that is expected to be valid for all cases: 
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CELIV is simple and easy method to apply. However, it is difficult to 

determine the type of carrier under measurement. Therefore, there should be a 

complimentary method that could be used to identify the polarity of charge carrier. 

Frequently, the TOF method is used for this purpose. 

1.3.3 Dark Injection Space Charge Limited Current transient 

method (DISCLC) 

DISCLC transient technique is one of the known methods that have been used 

for the measurement of mobility in organic electronic materials [34, 41-43]. In this 

technique the organic layer thickness d is sandwiched between anode and cathode 

electrodes. Here one electrode should be Ohmic for the charge carrier of interest and 

the other blocking electrode. A  big reservoir  of  charges  for  Ohmic  injection  can  be  

achieved  by using a metal electrode that provides a small energy barrier for electron  or  

hole  injection  and  the  carriers  are  injected  by  a voltage pulse.   Therefore, when a 
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step change in voltage is applied to the device the time-dependent current response can 

be measured.  

For a device having low trap density and short trapping times (or the complete 

absence of traps), the current rises to a peak above its steady-state value. The idealized 

response of an organic semiconductor material where the mobility is not field 

dependent is shown in Figure 1.10. 

 

Figure 1.10 An ideal DI-SCLC transient. 

If a voltage step is applied at a time t = 0 the measured current density reaches a 

peak JDI at a time t = τDI. For t > DI, the transient current decays monotonically and 

asymptotically to a steady-state value of JSCL. The characteristic time DI is the arrival 

time of the fastest carriers at the noninjecting electrode. 

DI is related to the space-charge free carrier transit time tr by approximate 

relationship [44, 45]: 

DI = 0.787 tr                                                                                                   (1.14) 

The mobility and transit time are related by 

                                       tr

d

E





                                                              (1.15)

 

And hence  

                                    

0.787

DI

d

E





                                                              (1.16)
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where the applied field, E, is given by E = (V-VBI)/d in which V is applied voltage and 

VBI built in voltage of the device. 

During the experiment the ratio JDI/JSCL should be 1.21[46]. Departure from this 

ideal value of 1.21 may indicate that the injecting contact deviates from Ohmic 

injection. Alternatively, if the charge injection remains Ohmic, deviation of this ratio 

could also be a consequence of non-negligible charge diffusion or field dependent 

mobilities. 

One of the big challenges in this method is lack of Ohmic injecting electrodes 

and encountered limited success.  

1.3.4 Admittance spectroscopy (AS) 

Admittance spectroscopy (AS) is a powerful tool for the investigation of charge-

carrier transport in high resistivity materials [47]. 

In this method, we consider a two-terminal device consisting of an organic 

semiconductor with a dielectric constant  and a thickness d, sandwiched between two 

electrodes. One of the electrodes is assumed to form an injecting contact with the 

organic material. The other contact is blocking. The instruments used and the 

configuration is shown in Figure 1.11B.  

 

Figure 1.11 (a) the Ac and DC electrical waves; (b) AS configuration. 
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During the experiment, along with the application of AC voltage, a DC voltage 

will be superimposed in order to inject a charge carrier, Figure 1.11a. The injected 

charge carriers will be drifted to the opposite electrode.  Then, the charge relaxation 

driven by a small harmonic voltage modulation, vac, is probed. The amplitude and the 

phase difference of the ac current, iac, are monitored as a function of frequency, f, and 

the frequency dependent admittance, Y(can be obtained as follows: 

( ) / ( ) ( ) ( ) ( )ac acY i v G i C G iB         
                            

 (1.17) 

Where 2 f  is angular frequency, f is the linear frequency, G( is the 

conductance, C(is the capacitance and B(is the susceptance of the system. 

The real part of admittance, i.e. conductance, is related to conduction process 

within the device, such as translative motion of charge carriers in the device. On the 

other hand, the imaginary part, i.e. susceptance, is linked with the displacement 

process, for example due to reorientation of electric dipoles within the material under 

the electric field.  

In admittance spectroscopy, for the characterization of the material mobility the 

capacitance against frequency response is necessarily monitored, Figure 1.12a. When 

charge is injected into a material between two electrodes it will result an additional 

contribution to the device capacitance and its value depends on the magnitude of DC-

bias, which inject the charge [48-51]. 

When VDC = 0 V, the capacitance is frequency independent and essentially 

equal to geometrical capacitance, Cgeo, which is given by 

                                            
geo o

A
C

d


                                                         (1.18)
 

Where Cgeo is geometrical capacitance, ε dielectric constant of the material, εo vacuum 

permittivity, d active layer thickness and A area.  
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At a finite VDC, the device capacitance shows significant frequency dependence. 

At a higher frequency the capacitance is equal to the geometrical capacitance. But when 

the propping frequency (f) is smaller than the inverse of transit time, (f < tr
-1

), a 

negative contribution to the capacitance will be observed, called inductive effect. This 

is due to the finite transit time of carriers across the device at given voltage that result a 

space charge limited current. Particularly, the portion of charge injected due to AC 

voltage modulation relaxes into equilibrium space charge and the injected current lags 

behind the applied AC-voltage, VAC, (due to finite carrier mobility) that reduces the 

phase of Y. As a result, there is an inductive contribution to C and C exhibits its 

minimum. However, if the voltage modulation is too fast, f > tr
1

, the injected charge 

will not have enough time to reach equilibrium and the original capacitance will be 

restored. 

If there are traps and a subsequent emission of charges from trap states 

(dispersive transport behavior) exists in the material, this results in an additional 

positive contribution to the capacitance. The presence of this phenomenon is observed 

at the extreme lower frequency regions, Figure 1.12 dashed lines. The capacitance due 

to trapping increases and saturates at low frequencies. But at higher frequencies the 

release rate from the traps cannot keep up with the voltage modulation and the 

contribution due to trapping becomes negligible. 

 In the case of heavy trapping (highly dispersive transport) the capacitance is 

larger than Cgeo at all frequencies and the inductive response due to space charge may 

be totally masked by the excess trapping capacitance. Consequently the transit time 

cannot be resolved. 
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Figure 1.12  (a) A theoretical capacitance spectrum C = ImY /. An example of 

response due to charge detrapping is plotted by the dashed line. (b) The 

corresponding change of susceptance, B [52]. 

 

The response of capacitance as a function of frequency gives insight about the 

mobility of charge carrier in the sample. However, it is a little bit challenging to 

determine the relaxation frequency from capacitance against frequency plot, which is 

related to the transit time. Therefore, it is suggested to analyze the data by plotting the 

change in susceptance, B, as a function of frequency, as it was suggested by Martens 

et al [53], Figure 1.12b, which is given by 

                                     geo  B  (C C )   
                                               (1.19) 

 Clearly, B peaks at a frequency fmax, which scales with the corresponding 

transit time tr  according to an approximate relation 

 

                                       

1

max 0.54 trf  
                                                      

 (1.20) 

The mobility can be determined based on the following relation [54]: 
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                                                         (1.21) 

During AS measurement, if the voltage V applied is below the built-in voltage, 

Vbi, which exists due to the work function difference between the electrodes, no 

charges are injected from the electrodes and the polymer will behave as an insulator. 

However, when VDC > Vbi. typically a strongly increasing conductance and slowly 

decreasing capacitance as a function of frequency are observed [55], which are 

signatures of relaxation of permanent dipoles in a disordered material.  

Admittance Spectroscopy can also be used to determine the mobility of 

electrons and holes simultaneously on a single sample [53]. This avoids the possible 

effect of different preparation conditions, which may occur when analyzing two 

different structures. This ability of AS makes it more attractive. In this case situation of 

the recombination of carriers should be taken into account. Therefore, the situation is 

more complex and depends on the interplay between carrier transit time and the 

recombination time. 

Simultaneous determination of electron and hole mobilities is possible under 

three main conditions [47]. First, the Schottky barrier heights of the anode and the 

cathode must be sufficiently low to allow simultaneous injection of both electrons and 

holes at comparable rates, leading to modulation of electron and hole concentrations 

inside the organic layer by the applied ac voltage. Second, the recombination rate 

between electrons and holes must be in an intermediate range. Too strong rates lead to 

recombination close to the electrodes; therefore there is no transit time effect. Too weak 

rates lead to electron or hole currents crossing the layer without modulation of the 

carrier concentration. Third, trap concentrations have to be sufficiently weak such that 

their contribution to the admittance curves does not mask the susceptance peak 



29 

 

corresponding to the carrier of the smallest mobility. Some of these conditions can be 

achieved acting on the sample preparation, the contacts, or the measurement conditions. 

Others, such as the recombination constant or the mobility itself, are intrinsic material 

parameters and cannot be tuned, which makes finally that simultaneous measurement of 

both carrier mobilities will be possible for few organic material. 

One of the big advantage of AS over TOF is that it is very effective to 

determine the mobility of carriers in highly dispersive materials [51]. The AS signals 

remain clear for mobility determination when deep traps are present, while the TOF 

transients show highly dispersive characteristics without any indication of the carrier 

transit time. The other advantage of AS when compared to CELIV techniques is that in 

the former there is no problem in identifying the type of charge carrier (hole or 

electron) but in the later case it is very difficult to know without a support of other 

techniques like TOF. 

1.3.5 Space charge limited current 

Space charge limited (SCL) techniques are a much used way of measuring the 

mobility in organic materials. In such techniques the injection of one carrier species is 

reduced, by careful selection of the electrode materials, while the contacts can inject 

and extract more carriers than the bulk can carry. The resulting current density is 

proportional to the charge carrier mobility. In the absence of any trapping effects the 

current density is given by the Child’s Law [56, 57] 
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                                                     (1.22) 

The mobility, therefore, can be extracted from the J-V plot of Equation 1.22. 
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To use Equation 1.22, five basic conditions are required [58]: 

1. There should be only one type of charge carrier present, either electrons or 

holes, but not both. 

2. The material has no free charge by itself; charges are injected into it from one 

electrode and captured by the other. 

3. The carrier mobility and the dielectric permittivity are constant throughout the 

sample. 

4. The electric field at the charge injecting electrode is zero. 

5. All current is drift current (diffusion plays no role). 

 

This technique has been applied to neat and blend materials [59]. However, at high 

applied voltage the mobility increment beyond the quadratic behavior described by 

Equation 1.22 is often observed. The deviations are due to a  field-dependent mobility 

[60]. Therefore, by using the Poole-Frankel mobility relation, Equation 1.4, 

Murgatroyd has shown that the resulting SCL current density is given by [61]: 
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                                                      (1.23)

 

This procedure makes possible the quantification of the apparent bias dependence of 

the mobility, but ignores the density dependence of the mobility and is, therefore, not 

strictly correct. Hence, for a correct interpretation of current voltage data it might be 

necessary to correct for the series resistance of the substrate and the built in voltage 

[62]. 
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1.4   Organic Photovoltaic 

1.4.1 Introduction 

In the life of human being one of the crucial issues is energy source. The major 

energy source these days is fossil fuel that comprises oil, gas and coal. Unfortunately 

the fossil fuels are not cheap, renewable and environmentally friendly. Therefore, there 

should be an alternative source of energy which will satisfy these issues. 

The alternative energy sources to that of fossil fuels could be hydroelectric 

powers, geothermal, wind, nuclear power, solar energy, etc. Except the solar energy the 

other energy sources are either too expensive or not enough to satisfy the high energy 

demand of human being in the future. In the coming two decades the world needs about 

60 terawatts of energy with satisfactory distribution all over the world. But now all 

energy sources are producing only about 15 terawatts. If we extensively use nuclear 

energy, the amount of energy that can be produced sum up to 25 terawatts, which is not 

even half of the required amount. However, the sun strikes the earth with 165,000 

terawatts every moment of every day freely and without any cost [63]. Therefore, the 

sustainable and suitable source of energy of the future would be solar energy. 

Even though the solar energy is a free source, conversion of it to the required 

form of energy (commonly to electrical energy) is a big challenge. There have been 

many researches attempting to develop efficient solar cell devices (photovoltaic cells), 

which convert the solar energy to electrical energy [64].  

A breakthrough in developing a solar cell was done in 1954 by Pearson et al 

from Bell laboratory, which produced a 6% efficient solar cell based on crystalline 

silicon with p-n junction [65]. This technology now is a matured and long established at 

the industrial scale. The current efficiency of the crystalline based silicon solar cell is 

around 24% [66] and nowadays, it is the primary solar cell source worldwide. 
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However, the silicon based solar cell is challenged with its high cost and difficulty of 

production. Generating electricity with these systems is three to five times as expensive 

as generating it with power plants that run on fossil fuels [67]. Therefore, different 

approaches are under study to address issues related to crystalline silicon based solar 

cells. One of these is application of thin film based solar cells.  

Thin-film technologies, which can use inorganic semiconductors, organic dyes 

or organic polymers, are nanometers to a few micrometers thick, and can be applied in 

continuous industrial production using, for example, vacuum deposition, sputtering and 

printing. Thin films also use fewer raw materials compared with silicon wafers, and so 

cut costs [68]. 

Among the categories of thin film solar cells, the organic photovoltaics gets 

more attention  because of their ease of processing, mechanical flexibility, light weight 

and potential for low cost fabrication of large areas [69, 70]. Additionally, their 

material properties can be infinitely tailored by modifying their chemical structure [71, 

72], even tuning of their color is possible, resulting in greater customization than 

traditional solar cells. 

Today three different types of organic solar cells are known: small molecule 

solar cell, polymer solar cell and dye-sensitized solar cell (Grätzel cell). Small molecule 

solar cells are processed in vacuum by physical vapour deposition, whereas polymer 

solar cells are processed by spin-coating or ink-jet printing.  Grätzel cells contain a 

highly porous layer of titanium dioxide as electron transport layer on which dye 

molecules are adsorbed. It is typically processed by coating of the titanium dioxide 

with subsequent sintering and dying. 

Many years of research have been done on the organic solar cells and its 

efficiency remained below 0.1% for a long time, making them unsuitable for any 



33 

 

possible application. A major breakthrough in the cell performance came in 1986 when 

Tang discovered that much higher efficiencies (about 1%) are attainable when bringing 

an electron donor and an electron acceptor together in one cell [73]. This concept of 

heterojunction is the heart of all three currently existing types of organic photovoltaic 

cells: dye-sensitized solar cells [74]; planar organic semiconductor cells (bilayers) [75]; 

and high surface area, or bulk heterojunction cells [76]. 

Another revolutionary development in organic photovoltaics came in the mid 

1990s with the introduction of the dispersive (or bulk) heterojunction, where the donor 

and acceptor material are blended together. The ultrafast photoinduced electron transfer 

from a conjugated polymer as donor to buckminsterfullerene (C60) or its derivatives as 

acceptor was first observed in 1992 by Sariciftci et al [77]. Since then this material 

combination has been extensively studied in bulk heterojunction photovoltaic cells. In 

1995 Yu et al [76] fabricated the first fully organic bulk heterojunction cell based on a 

mixture of soluble PPV derivative with a fullerene acceptor such as C60 derivative 

PCBM [78]. In 2001 Shaheen et al [79] obtained the first truly promising results for 

bulk heterojunction solar cells when mixing a conjugated polymer such as MDMO-

PPV with PCBM in a 20:80 weight percentage and optimizing the nanoscale 

morphology of the film, yielding a power conversion efficiency of 2.5%.  

Recently, power conversion efficiencies of of 8.3 % (certified) [80] and over 9 

% (uncertified) [81] have been reported for bulk hetrojunction organic solar cells. 

1.4.2 A tendency towards Bulk heterojunction Organic Solar cells 

There are different architectures of conjugated polymer based organic solar cells. 

The early attempts used an organic semiconductor as a direct replacement for inorganic 

semiconductor in the conventional solar cell and it is called single layer photovoltaic 

cell, Figure 1.13a. It can be made by sandwiching a thin film of polymer between two 
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metallic conductors such as indium tin oxide (ITO) and aluminum. When a 

semiconductor absorbs light, the electric field pulls electrons to the cathode (aluminum) 

and holes to the anode (ITO). The resulting current and voltage can be used to do work 

or charge a battery. 

 

   

 

 

 

Figure1.13 Different architectures of thin film organic solar cells and their 

corresponding charge generation and transfer. (a) A single-layer (b)  Bi-

layer (c) Bulk heterojunction solar cell.  

However, the efficiency of this single layer architecture organic photovoltaic 

cell remained very poor. Therefore, organic solar cells with only one semiconductor do 

not work well in practice. This is because, in organic solar cells, the photoexcited 

electron is electrostatically bound to the hole left in the valance band and together they 

constitute exciton [82]. The formation of excitons is the most important feature that 

distinguishes organic from inorganic semiconductors. The excitons are neutral and 
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localized in a single molecule or a single conjugated polymer. Hence, they do not drift 

in an electric field and rarely reach to the electrodes. 

The  spatial confinement, together with the low dielectric permittivity (ε ≈ 2 – 

4) of organic semiconductors  makes it difficult for the exciton to dissociate into a 

separated electron and hole, since the Coulomb energy binding such localized charges 

is high (~1 eV) compared to kBT. The electric field provided by the asymmetrical work 

function of the electrode is not sufficient to break up these photo-generated excitons 

[83]. In comparison, the exciton in a crystal of silicon has a binding energy of around 

0.1 eV, allowing charge pairs to be generated spontaneously at room temperature [84]. 

As a result, the exciton in an organic semiconductor tends not to dissociate into charges 

but rather to decay to the ground state within a few ns. The organic photovoltaics are 

sometimes called excitonic PVs [85] since they do not produce free charge carriers 

rather gives excitons. In organic solar cells this problem is solved by introducing a 

second component and forming a hetrojunction device architecture. This second 

component should act as electron acceptor and has a higher affinity for electrons and a 

lower conduction band [73], Figure 1.13b.  If the exciton is formed near the interface, 

the electron can transfer to this second (electron accepting) semiconductor and travel to 

the positive electrode. The hole can then travel in the donor semiconductor to the 

negative electrode. Therefore, the hetrojunction is necessary to separate the light 

generated excitons. 

The polymer film typically needs to be at least 100 nm thick to absorb enough 

light. However, the excitons diffusion length is too short (ranges 4-20 nm [86]) and 

they cannot diffuse across a film this thick to find the interface. Rather they typically 

decay when diffusing in a polymer before separation into free carriers. The useful 

strategy is to interpenetrate the two polymers throughout the film so that there are more 
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extensive interfaces, and it is likely that most excitons will be formed near an interface. 

This can be done simply by blending both the donor and acceptor components and then 

casting or coating the blend. Such type of architecture result “Bulk” heterojunction, 

Figure 1.13c. 

  In bulk heterojunction the electron donor (conjugated polymer) and the 

electron acceptor are randomly interspersed throughout the film. As a result there are 

possibilities to have dead ends or isolated components, which are not in contact with 

the respective electrodes in the bulk. These isolated components could act as charge 

carrier traps or sinks, which decreases the overall efficiency of the cell. Based on this 

fact an ideal architecture of bulk heterojunction is suggested as shown schematically in 

Figure 1.13d. 

In the ideal device structure every exciton formed on the conjugated polymer 

will be within a diffusion length of an electron acceptor. Additionally, in the ideal 

structure both the conjugated polymer and electron acceptor should have straight 

pathways to the electrode to minimize the carrier transport time and reduce the 

probability of back electron transfer. The ideal structure should be designed so that 

each phase of the bulk heterojunction is only in contact with one of the electrodes, 

which would help ensure a high shunt resistance through the device and prevent carrier 

loss at the wrong electrodes, although to some extent this requirement can be mitigated 

through the use of highly selective contacts [86]. 

1.4.3 Basics of Bulk heterojunction organic photovoltaic  

Organic solar cells are made on supporting substrate (glass, plastic, etc.) 

typically coated with a conducting material that will serve as an electrode. This 

electrode is normally coated with a conducting polymer (e.g. (poly(3,4-

ethylenedioxythiophene)-polystyrene sulfonate) PEDOT-PSS) and then coated with the 
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active donor and acceptor materials. Finally, the second electrode is deposited, often 

after the deposition of a very thin buffer layer.  

At least one of the electrodes must be transparent to allow photoexcitation of 

the active materials. The most commonly used transparent conducting electrode is 

indium doped tin oxide (ITO). However, due to the scarcity of indium, constant price 

increases and brittleness of the ITO when deposited onto flexible electrodes it is a 

challenge to use in the future.  

There are at least five fundamental steps takes place in organic solar cells [87] : 

(1) photons are absorbed in the donor (acceptor) and excitons are created; (2) excitons 

diffuse within the donor (acceptor) phase; (3) if the excitons encounter an interface 

with the acceptor (donor) before decaying, then fast dissociation takes place, leading to 

charge generation; (4) charge carriers are transported to the electrodes via diffusion 

and/or drift processes; (5) charge carriers are collected at the electrodes, Figure 1.14. 

 

 

Figure 1.14 Schematic band diagram of a bulk heterojunction. The numbers 

refer to the operation processes explained in the text. The dashed 

line represents the energy levels of the acceptor, while the full 

lines indicate the energy level of the donor in the PV cell.  

 



38 

 

1. Light absorption and exciton formation 

The first step in PV energy conversion is light absorption. To reach a high 

efficiency, the active layer of a solar cell should capture a large fraction of the 

incoming sunlight. Organic semiconductors typically have high absorption coefficients, 

therefore a layer thickness of just a few hundred nanometers is sufficient to absorb all 

of the light at the peak absorption wavelength. However, band gaps tend to be relatively 

large and absorption bands tend to be relatively narrow (compared to inorganic 

semiconductors) and, therefore, only a small fraction of the solar spectrum is absorbed, 

Figure 1.15. Moreover, there is typically a mismatch between the material absorption 

spectrum and the solar spectrum: the photon flux of the AM1.5 solar spectrum peaks at 

around 700 nm (1.8 eV) while most common donor polymers have absorbance peaks at 

higher energies. 
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Figure 1.15 Sun flux. 
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In order to broaden absorption of the suns photon different strategies has been 

tested and implemented: 

(a) using chromophores to the backbone of a polymer 

(b) using low band-gap polymers, which is very common 

(c) using an acceptor molecules that absorb in the visible region  

(d) reduction of reflection losses by using different mechanisms like coating 

anti-reflectance or structuring the interface. 

It is important to note that using a thicker polymer is not a useful strategy as this 

increases the resistance loss due to the typical low charge carrier mobility present in the 

organic polymers. 

After absorption of the incident light photoexcitation  of donor material occurs 

i.e  electrons excite from the ground state to the excited state and holes generated on 

ground state. However, the hole and electron are generated bound by their Coulomb 

attraction but not in free state. These Coulombically bound electron and hole pairs are 

known as excitons. The exciton binding energy is higher than the thermal energy and 

they cannot readily dissociate. Therefore another driving force is needed to dissociate 

them. As mentioned above, an efficient electron accepting component has to be 

introduced into the system in order to dissociate them into free charge carriers. 

2. Exciton diffusion 

In order to generate separated negative and positive charges, the excitons need 

to diffuse to the donor–acceptor interface where they can dissociate. Since excitons are 

neutral species, their motion is not influenced by any electric field and they diffuse via 

random hops; importantly, they need to reach the interface prior to their decay back to 

the ground state. 
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3. Exciton dissociation 

Once at the D–A interface the exciton can dissociate into free charge carriers. 

The process can be very efficient, with reported internal quantum efficiency values 

close to 100% [88]. This is because the kinetics of charge transfer in optimized 

polymer–fullerene devices is ultrafast, around 40–45 fs [89, 90], and in this time 

regime there is no competing decay process for the optically excited electron–hole pair. 

The details of dissociation, however, are still subject to debate. The elementary 

steps involved in the pathway from photoexcitation to the generation of free charges are 

shown in Scheme 1.1[71, 91].  

It has been proposed that the exciton directly dissociates into free charge 

carriers because the excess photon energy after exciton dissociation is used to separate 

the bound pair at the interface. On the other hand, there is evidence that charge transfer 

forms a bound pair (geminate pair), which can then either dissociate or recombine, 

Scheme 1.1steps 3 and 4. 

The relevant factor for the occurrence of step 3 is the alignment of the energy 

levels of the participating molecules. Only if the offset between the LUMOs (for 

electron transfer) or the HOMOs (for hole transfer) of donor and acceptor is large 

enough to overcome the coulombic attraction between the charges, charge separation 

will be possible. 

 Photogenerated excitons in the donor side will dissociate by transferring the 

electron to the LUMO level of the acceptor and retaining the positive charge, while 

those created in the other side will transfer the hole to the HOMO of the donor while 

retaining the negative charge. This step leads to the formation of free charge carriers 

[92]. The amount of the energy offset necessary to dissociate the excitons is 0.3 – 0.5 

eV [93]. 
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Scheme 1.1  Elementary steps in the process of photoinduced charge separation 

for a donor (D) and an acceptor (A): 1) Photoexcitation of the 

donor; 2) diffusion of the exciton and formation of an encounter 

pair; 3) electron transfer within the encounter pair to form a 

geminate pair; 4) charge separation. 

 

The generation rate and the extent of generation of free e-h pairs can be studied 

by analyzing the photocurrent density (Jph) under reverse bias condition [83, 94]. 

In the case of an ideal solar cell (no recombination and space-charge formation), 

the photocurrent can be taken as a direct measure of the photogeneration of free charge 

carriers [83]. In this case the internal field in the device is given by  

( )ocV V
E

d




                                                                         (1.24)
 

Where V is the applied voltage, Voc is the open-circuit voltage, and d is the thickness of 

the active layer. 

The photocurrent for a charge carrier is then given by 

phJ ep E
                                                                            (1.25)

 

where μ is the mobility and p is the density of the photogenerated carrier. 
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The p at steady state is given by the life time () and generation rate (G): 

p G                                                                                       (1.26) 

At long life time (little or no recombination), all photogenerated charge carriers leave 

the device before recombination and their life time becomes equal to the transit time, 

2d

V





                                                                                         (1.27)

 

From this the photocurrent through the external circuit is simply 

phJ eGd
                                                                                   

 (1.28) 

This indicates that the photocurrent is independent of applied voltage and mobility 

(because the carrier life time is will always exceed the transit time in situations where 

there is little or no recombination). 

However, Hughes and Sokel pointed out that Equation (1.28) is not valid at low 

bias voltages because diffusion currents have been neglected [95]. Considering the 

diffusion process, the photocurrent is given by the following analytical solution: 

exp( / ) 1 2

exp( / ) 1
ph

eV kT kT
J eGd

eV kT eV

 
  

                                                      (1.29)

 

where eGd is a saturated photocurrent, k Bolzmann constant and T is temperature. 

 

Experimentally, the current density is measured in the dark (JD) and in illumination (JL) 

under reverse bias. The effective photocurrent is, therefore, given by  

  ph D LJ J J 
                                                                                    (1.30)

 

Then the Jph will be plotted on double logarithmic scale against the effective voltage 

across the device, given by (Vo-V), where Vo is compensation voltage defined as the 

voltage where Jph is zero (JL=JD). The photocurrent increases linearly with effective 

voltages at low voltages and subsequently tends to saturate. The linear behavior at low 
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effective voltages is the result of a direct competition between diffusion and drift 

currents. In the saturation region for the photocurrent can be approximated by 

maxsatJ eG d
                                                                            (1.31)

 

At the voltages where the photocurrent saturated, all bound e-h pairs are separated and 

the maximum photocurrent is achieved. 

By comparing the photocurrent with the experimentally observed Jsat the 

dissociation efficiency can be determined. The dissociation efficiency at short circuit 

condition (V = 0), for instance, can be calculated as the ratio of Jsc to Jsat. 

 

4. Charge transportation  

Following exciton dissociation, electrons are found in the acceptor phase 

whereas holes remain in the donor phase. Subsequently, the electrons and holes must be 

transported from the D/A interface towards the respective electrodes to produce 

photocurrent.  

Current density (J) in OPVs is composed of a drift and a diffusion component. 

Depending on the morphology of the D–A interface relative to the electrodes, either 

diffusion or drift might dominate. For instance, in planar bilayers diffusion current is 

very important and photocurrent can still be observed even in flat band conditions, 

allowing open circuit voltage values that can be higher than the difference in work 

function of the metal electrodes [96]. On the other hand, for a pure bulk-heterojunction 

device, where the donor–acceptor interfaces are randomly distributed in space, the net 

diffusion current is small and the drift component dominates. Obviously, the relative 

importance of the diffusion current will strongly depend on morphology, which often 

contains dead-ends and intricate pathways of each component to the respective 

electrode.  
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Efficient charge transport is important as it will be in competition with 

interfacial recombination, and will therefore limit device thickness. 

In terms of the charge transport mechanism, hopping is usually the basis of all 

proposed models due to the localized nature of the charge carriers. 

5. Charge extraction 

Once charges reach the electrode they need to be extracted with minimum loss. 

The simplest picture for charge extraction would be a hopping or tunneling step, from 

the organic material (HOMO level for holes and LUMO level for electrons) to the 

Fermi level of the electrode. The latter process dominates for large energy barriers and 

low temperatures; while, at room temperature, thermionic emission over the barrier is 

normally used to describe transport characteristics [97]. However, in real devices 

charge extraction is a much more complex problem, due to the morphological and 

chemical nature of the organic–electrode interface. 

1.4.4 Device performance characterization [98] 

The photovoltaic cell can be modeled as a current source in parallel with a 

diode. When there is no light it behaves like a diode. Mostly the equivalent circuit of 

organic solar cells, like the conventional p-n solar cells, approximated to contain  

(A) a diode with a reverse saturation current density, Jo;  

(B) a current source, Jph, which corresponds to the photocurrent upon  

illumination;  

(C) a series resistance, Rs, which takes account of the finite conductivity of 

the semiconducting material, the contact resistance between the 

semiconductors and the adjacent electrodes, and the resistance 

associated with electrodes and interconnections; 
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(D) a shunt resistance, Rsh, which takes into account the loss of carriers via 

possible leakage paths like pinholes in the film or recombination centers 

introduced by impurities, Figure 1.16. 

 

Figure 1.16 Equivalent circuit used to model solar cell. 

Solving for this simple circuit provides the following analytical expression for 

the current-voltage characteristics, referred to as the Shockley equation: 

   

1
exp 1

1 / /

s
o ph

s sh sh

V JR A V
J J J

R R nkT e R A

     
       

      
             (1.32) 

where Jo is the saturation current, e the elementary charge, kT the thermal 

energy, A the area of the cell, n the diode ideality factor, V the applied voltage, Rs the 

series resistance, Rsh the shunt resistance, and Jph the photocurrent. 

The current –voltage curve of an illuminated and dark photovoltaic cell has 

been shown in Figure 1.17. 

1. Short circuit current density (Jsc) 

The short circuit current density corresponds to the short circuit condition when 

the impedance is low and is calculated when the voltage is zero. It is the maximum 

current that can be produced by the cell. 

By analyzing Equation 1.32 the Jsc will be  
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                  (1.33) 
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2. Open circuit voltage (VOC) 

The open circuit voltage occurs when there is no current passing through the 

cell, and it is the maximum voltage that can be obtained by the system. 

From Equation 1.32 the Voc will be: 

    

ln 1 1 ln 1
ph phOC

OC

o ph sh o

J JVkT kT
V n n

e J J R A e J

     
         

    

              (1.34) 

 

In Equation 1.33 and 1.34 the approximations are made for the cases where Rs 

is very small and Rsh is very large so that their impacts can be ignored.  

 

Figure 1.17 Typical current–voltage characteristics for dark and light current in 

a solar cell. Jsc is the short-circuit current density, VOC is the open 

circuit voltage, JM and VM are the current and voltage at the 

maximum power point. 

3. Maximum power (PMax) 

The power produced by the cell can be easily calculate along the I-V sweep by 

the equation P = IV = JVA. At the Jsc and Voc points, the power will be zero and the 
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maximum value for power will occur between the two. The voltage and the current at 

this maximum power point are denoted as VM and JM respectively, Figure 1.17. 

Therefore, 

                            M M M M MP  I V  J V A                                                   (1.35) 

 

4. Fill Factor (FF) 

The fill factor can be calculated by comparing the maximum power (PM) to the 

theoretical power (PT) that would be output at both the open circuit voltage and short 

circuit current together. 

                    

M M M

T sc OC

P J V
FF

P J V
                                                             (1.36) 

The fill factor is essentially the measure of the quality of the solar cell. A larger 

FF is desirable, and corresponds to an I-V sweep that is more square-like.  

 

5. Power Conversion Efficiency (η) 

Efficiency is the ratio of the electrical power output, Pout, compared to the solar 

power in put, Pin, into the photovoltaic cell. The Pout can be taken to be PM (the 

maximum power from the cell), since the solar cell can be operated up to its maximum 

power output to get the maximum efficiency. 
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1.4.5 Optimization of bulk heterojunction solar cells 

  There are many factors that affect the performance of organic solar cells [71, 

89, 99]. Therefore, in order to get a better performance different parameters are 

considered and optimized: proper selection of Donor and Acceptor components 

(consideration of electronic structure), Donor to Acceptor ratio, active layer thickness, 

solvent and thermal annealing, and using buffer layer underneath of hole/electron 

collector electrode. The change of these parameters could bring in improvement of 

electronic properties, the nanomorphology or/and the electrical contacts of the device 

under study.  

During improvement of the nanomorphology of the device we have to give due 

attention to the properties of the excitons and the mobility of the charge carriers in the 

device. The lifetime of the exciton is short and its diffusion length in organic materials 

is only about 10 20 nm. This means that the exciton must reach the D/A interface to 

give the charge transfer without undergoing to a radiative or nonradiative decay. Thus, 

the donor and acceptor phases should self-organize to form nanodomains with 

dimensions comparable to the exciton diffusion length. To increase the possibility for 

the exciton to reach the interface, the donor-acceptor contact area must be as large as 

possible. In other words, the size of the domains   should   be as small as possible, 

preferably at molecular level [77] so that the donor–acceptor interface is large [76].  

 Furthermore, once the exciton is formed and dissociated, the hole and the 

electron must drift to the electrodes within their lifetimes. Again, the phase morphology 

is critical to form percolated pathways to the contacts.  

Electronic structure of components 

Figure 1.18 shows how the electronic structures of donor and acceptor affect the 

photovoltaic parameters of devices. The Jsc decreases with the increase of bandgap (less 



49 

 

absorption). Whereas the Voc scales with the difference between HOMO level of the 

donor and the LUMO level of the acceptor. 

 It was suggested that for polymer:PCBM solar cells the maximum Voc value 

can estimated with [100] 

 (1/ ) | | | | 0.3Donor Acceptor

oc HOMO LUMOV e E E V                (1.38) 

Where e is elementary charge, the acceptor is PCBM with LUMO level of 4.3 

eV and 0.3 V is empirical factor. 

More recently, based on measurements of the energy of charge transfer 

states and relating to Voc of different donor: acceptor blends, an equation has been 

developed to estimate the maximum open circuit voltage for any BHJ [101]: 

  oc gV  1/ E 0.6 eVe                                                   (1.39) 

In order to get efficient exciton dissociation an offset energy (ΔELUMO and 

ΔEHOMO) of 0.3 0.5eV is required [102]. 

In general, a proper combination of donor and acceptor has to be chosen to 

maximize the power conversion efficiency.  

 

                  Figure 1. 18 Energy level diagram of solar cell components. 

Donor to Acceptor ratio 

As for electron donors, a wide range of different conjugated polymers and 

oligomers have been studied. However, for acceptors, fullerenes are the bench marks of 
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these days organic solar cells. Particularly, [6,6]-phenyl-C61-butyric acid methyl ester 

(PCBM) and [6,6]-phenyl-C71-butyric acid methyl ester(PC70BM), Figure 1.19, have 

been extensively used. 

Figure1.19 Molecular structures of [6,6]-phenyl-C61-butyric acid methyl ester 

(PC60BM) and [6,6]-phenyl-C71-butyric acid methyl ester (PC70BM). 

Fullerenes have a set of truly unique characteristics such as high electron affinity as 

well as high electron mobility that make them very good acceptor components in BHJ 

solar cells. Importantly, the photoinduced electron transfer from excited donors is 

orders of magnitude faster than back-transfer or exciton decay. 

The addition of fullerenes assists the electrons transfer. In the other hand, 

increasing the concentration of fullerene decreases the absorption coefficient of the 

polymer/fullerene blend, leading to lower photoinduced charge generation and hence 

lower device efficiency. Therefore, the ratio of the electron donor to the electron 

acceptor must be optimized to obtain maximum power conversion efficiency of the 

system. 

Thickness 

The thickness of the composite film must also be optimized.  The 

photoinduced carrier   generation   in a thin   film is low due to low absorption by the 

composite.  A thick film provides high photo-induced carrier generation due to the high 

absorption by the composite but low efficiency due to the higher resistance of the 

layer.  The photoinduced charge separation also depends on the mobility of the 

charge carrier in the polymer material.  
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Annealing  

 Annealing, in general, improves the nanomorphology of the device. The 

annealing could be done either with solvent or/and thermal annealing. 

Solvent annealing 

Solvent annealing is done by exposing the solar cell device before the top 

electrode deposition on the film of the active layer to less volatile solvent vapor. It is 

believed that solvent annealing induces the polymer self organization into ordered 

structure, resulting a better absorption and hole mobility [103]. 

When the active material is exposed to solvent vapor, the solvent molecules can 

penetrate into the film and increase the space between polymer chains, the chains 

become more mobile and self organization can occur to form ordering. As a result the 

Jsc increases and consequently the power conversion efficiency increases. 

Thermal annealing  

Thermal annealing is heating of active material above the glass transition 

temperature and it is usually done as post production process.  

Optimal post-production annealing  provides  two main morphological effects: 

enhancement of polymer crystallinity, leading to increased absorption and improved 

charge carrier  transport, and  diffusion  of the  components (like PCBM) leading  to an 

increase  of  the  phase  separation [104,105]. 

As a result of heating, the morphology of the organic active layer can be 

improved by reducing the free volume and the density of the defects at the interface 

during the evaporation   of the solvent [106] and   by enhancing interchain interaction 

[107].  

It has also been also reported  on  the positive  influence  of  subjecting  the  

polymer  film to  heat treatment to enhance the quantum efficiency of the charge 
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generation   due   to   the   change   of  morphology  at   the interface  between  polymer  

and  electrode[108].   

It was observed that annealing lead to a considerable improvement in the solar 

cell parameters. However, there is an optimum combination of annealing time and 

temperature beyond which the device parameters rapidly degrade. 

   The  improvement  in  the  device  is  due  to  the formation of a structurally 

better ordered donor  phase with a stronger interchain reaction [109, 110]. Beyond a 

certain temperature there could be a reduction in the values of JSC and VOC. This 

deterioration can be attributed to the fact that at high temperatures the fullerene 

molecules can diffuse much easier within the polymer matrix forming large 

nanocrystals.  At higher annealing temperatures, there is also a probability of 

degradation of the contacts.  Besides this when the devices are annealed  at higher 

temperatures, the excess solvent  and  water  is released  which  may  rupture the top 

aluminum  contact  layer thereby  further  degrading the  contact.  

 Buffer layers 

The addition of a buffer layer at the ITO–polymer/fullerene composite interface 

and the polymer/fullerene composite–Al interface helps in improving the device 

efficiency [111]. 

PEDOT: PSS is known as a p-type semiconductor, a good hole transport 

material, and assures a better hole collection from the polymer/fullerene composite 

layer on to the ITO electrode. The PEDOT: PSS spin  coated  on  to  the  ITO,  

smoothens   its  surface  and therefore any possible short circuiting due to the spiky 

roughness  of the surface is prevented.   

A thin LiF layer between the polymer/fullerene blend and the aluminum layer 

increases both the open-circuit voltage and the fill factor of the device, yielding 
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increased power conversion efficiency. Several mechanisms have been suggested 

including lowering of the effective work function of the aluminum; dissociation of the 

LiF and subsequent chemical reaction (doping) of the organic layer; formation of a 

dipole layer leading to a vacuum level offset between the organic layer and the Al; and 

protection of the organic layer from the hot Al atoms during thermal deposition. But all 

of them are under debate. 

1.4.6 Effect of illumination intensity on short circuit 

current and open circuit voltage  

The study of light intensity dependence of short circuit current and open circuit 

voltage of BHJ solar cells could help to understand the loss mechanisms of the device. 

a) Intensity dependence of Jsc 

Several authors have reported a power law dependence of Jsc upon light intensity, I, 

 [112-118] i.e. 

'

scJ I                                                       (1.40) 

where α’ ranges typically from 0.85 to 1 for polymer/fullerene based solar cells [119]. 

The interpretation of the exponent α’ varies in literature. The deviation from α’ =1 

has been conjectured to arise from a small loss of carriers via bimolecular 

recombination [88,117,118]. In the contrary Koster et al has demonstrated that 

bimolecular recombination does not account for the observed variation of  α’ from one,  

but that the true cause lies in the buildup of net space charge due to imbalanced 

transport of charge carriers[119]. However, Heeger et al has emphasized that α’ = 1 

when all carriers are swept out prior to recombination and collected as a current in the 

external circuit. Thus, measurements at short circuit, where the internal field is high and 

the charge carriers are efficiently swept out, are not ideal for the study of recombination 

[120]. 
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b) Intensity dependence of Voc 

The light intensity dependence of Voc provides independent and complementary 

information on the details of the recombination processes from that obtained from Jsc. 

Under open-circuit conditions, the current is zero; all photogenerated carriers 

recombine within the cell. Thus, recombination studies near open circuit are 

particularly sensitive to the details of the recombination mechanism. 

The study of light intensity dependence of open circuit voltage helps to 

distinguish between trap assisted recombination (monomolecular) or Langevin type 

recombination (bimolecular recombination) [120]. The value of the slope of Voc versus 

natural logarithm of the light intensity depends on the strength of the recombination 

with a slope of β [121] i.e. 

ln ,OCV I withslope 
                                               (1.41)

 

If the slope β = kT/q, the transport is trap free and a Langevin type 

recombination is a dominant lose mechanism (where k is Boltzmans constant, T 

absolute temperature, q elementary charge, and I intensity). 

If β > kT/q, a trap assisted recombination (monomolecular) is dominated over 

bimolecular recombination 
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1.5 Objectives of the study 

The general objective of this study is to study charge carrier transport properties of 

intrinsic conjugated polymers, develop and characterize bulk heterojunction organic 

solar cells and to get insight on the performance of the polymers.  

The specific objectives are: 

1. To study the hole transport property of pristine conjugated polymers by using 

different techniques in order to get insight in their optoelectronic performance. 

2. To study the electric field and temperature effects on mobility in order to 

predict the charge transport mechanism in the polymer. 

3. To compare the admittance spectroscopy with other techniques for 

measurement of charge transport property of polymers in order to establish for 

future use. 

4. To characterize the optical, electrical and transport property of a newly 

synthesized conjugated polymers in order to predict its performance in organic 

solar cells. 

5. To develop a Bulk Hetrojunction photovoltaics and characterize their 

performance of organic polymers. 

6. To study light intensity effect on the performance of organic photovoltaic in 

order to get insight about the lose mechanism of the device. 
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2 Experimental 

2.1 General 

All required chemicals were bought from Sigma-Aldrich and most of them were 

used as received except  poly(3,4-ethylenedioxythiophene)/polystyrene sulfonic acid 

(CLEVIOS P VP AI 4083, H.C. Starck), (C4H9)4NClO4 (Fluka, crystallized from 

CH3OH and Vacuum dried), and CH3CN(Merck, stored under argon pressure and over 

molecular sieves 3 Å activated at 400 °C for four hours). 

In all cases a patterned Indium doped Tin Oxide (ITO) glass was used as 

supporting substrate. The ITO was first cleaned by sonication for 15 minutes with 

acetone then with another 15 minutes in isopropanole, consecutively. Finally it was 

treated in Ozone-UV chamber for another 15 minutes. 

The I-V characterizations were made with Keilthy 2400 source- meter. 

AMEL5000 electrochemical work station was used for electrochemical 

characterizations. UV-Vis absorption spectrum was recorded with a Perkin Elmer 950 

spectrometer and Photo luminescence spectrum with Spec Fluorolog II 1681 

spectrofluorometer. Solartron 1255 Frequency Response Analyzer with a Solartron 

1294 dielectric interface was used for admittance measurements. SRS (Stanford 

Research Systems inc.) DS 345 function generator was used as a source of function in 

the measurement of CELIVE experiments. HP 214A was used as a source of 

rectangular function in DISCL transient characterization. Tencor AlphaStep profilo 

meter was used for thickness measurements. Pt100 thermoresistor was used to measure 

the temperature of the devices. 

Solar cells were illuminated by using a solar simulator (SUN 2000, Abet 

Technologies) and the light power intensity was calibrated using a certified silicon solar 
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cell. For light-intensity dependent measurements, a set of quartz neutral filters were 

used to vary the incident light power intensity.  

2.2 Hole mobility measurement of APFO-Green 6 

2.2.1 Hole mobility measurement of APFO-Green 6 with AS 

The devices used in this study were prepared in the sandwiched structure 

ITO/PEDOT:PSS/APFO-Green 6/Al, Figure 2.1, where ITO is indium tin oxide and 

PEDOT:PSS is poly(3,4-ethylenedioxythiophene)/polystyrene sulphonic acid (work 

function 5.0 - 5.2 eV). The polymer HOMO/LUMO levels are at – 5.2 eV and at – 3.5 

eV respectively. 

 

 

Figure 2.1 Device structure of ITO/PEDOT:PSS/APFO-Green 6/Al. 

 

The polymer layer was spin-coated with 800 rpm from a chloroform solution (20 

g/L). The thickness of the polymer film was 380 nm. Before the deposition of the Al 

cathode on the top of the film, the polymer film was annealed at 135°C for 25 min to 

completely remove the solvent. The top Al electrode (70 nm) was thermally evaporated 

at a base pressure of 4 x 10
6

 mbar through a shadow mask giving an active device area 

0.24 cm
2
 in Argon atmosphere glovebox. 

The complex admittance was measured at room temperature and under dynamic 

vacuum (10
-5

 mbar). The amplitude of the ac modulation voltage was 80 mV, Vdc  was 
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varied in the range 0 – 10 V with a voltage step of 1 V, and a frequency sweep range of 

15 x 10
5
 Hz was used.  

2.2.2 Hole mobility measurement of APFO-Green 6 with CELIV 

The device structure was the same as that of AS, ITO/PEDOT:PSS/APFO-

Green 6/Al. With this structure two devices were prepared with experimental 

conditions indicated in Table 2.1. 

 

Table 2.1 Devices tested with CELIV technique 

Device 

code 

Solvent 

used 

Conc. 

(g/L) 

Spin coating 

speed (rpm) 

Thickness 

(nm) 

Active 

area (cm
2
) 

Annealing  

A CHCl3 40 700 420 0.081 No annealing 

B CHCl3 20 800 380 0.24 135°C (25min) 

 

The annealing was made in argon filled glove box. The CELIV measurement was 

done under dynamic vacuum in homemade chamber at room temperature. 

 

2.3 Hole mobility measurement of APFO-Green 5 

2.3.1 Hole mobility measurement of APFO-Green 5 with AS 

The devices used in this study were prepared in the sandwiched structure 

ITO/PEDOT:PSS/APFO-Green5/Al, Figure 2.2. The polymer layer was spin-coated at 

760 rpm from a chloroform solution (10 g/L). The thickness of the polymer layer was 

260 nm.  
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Figure 2.2 Device structure ITO/PEDOT:PSS/APFO-Green5/Al. 

 

 Before the deposition of the top electrode the polymer films were annealed at 135 °C 

for 25 min. The top Al electrode (70 nm) was thermally evaporated at a base pressure 

of 4x10
-6

 mbar through a shadow mask giving an active device area of 0.26 cm
2
.  

The electrical characterization of the devices was carried out in homemade 

chamber under dynamic vacuum (0.5 mbar). The amplitude of the ac modulation 

voltage in Admittance measurement was 50 mV, the forward dc bias was varied in the 

range 0 – 10 V with a voltage step of 1 V, and a frequency sweep range of 1 5 x 10
5
 

Hz was used. 

2.3.2 Hole mobility measurement of APFO-Green 5 with DISCL 

transient 

The devices used in this study were prepared in the sandwiched structure 

ITO/PEDOT: PSS/APFO-Green 5/Al. The polymer layer was coated on the substrate 

with doctor - blading technique from a chlorobenzene solution (16 g/L) and dried for 24 

hours.  The thickness of the polymer layer was 2.33 μm.   The top Al electrode (70 nm) 

was thermally evaporated at a base pressure of 4x10
-6

 mbar through a shadow mask 

giving an active device area of 0.24 cm
2
.  
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The electrical characterization of the devices was carried out under dynamic 

vacuum (0.5 mbar). In this experiment, a rectangular voltage pulse (amplitude 5 – 40 V, 

pulse duration 10 ms) was applied to the sample using pulse generator. 

2.4 Transport property of a novel phenyl substituted polythiophene 

(PPOPT) 

UV–Vis absorption and Photoluminescence (PL) spectrum were recorded in 

solution and in thin film on quartz substrate. Quantum yields of PL for solutions were 

obtained as relative values using Ru(bipy)3Cl2 in aerated water solution as the 

reference, and an Edinburgh fluorometer equipped with a Labsphere integrating sphere 

was used to measure absolute PL quantum yields of solid films [122]. 

Cyclic voltammetries of PPOPT thin films, spin-coated onto ITO-coated glass 

substrate (15 mm x 15 mm) from a chloroform solution, were recorded. A three 

electrode system was used, consisting of a platinum wire as auxiliary electrode, 

aqueous Saturated Calomel (SCE), whose potential resulted –0.392 V vs. 

ferrocene/ferricenium internal reference [123] and ITO as working electrode. The three 

electrodes were placed in an electrochemical cell consisting of three compartments 

separated by glass frits. A 0.1 molL
-1

 tetrabutylammonium perchlorate (C4H9)4NClO4 in 

acetonitrile (CH3CN) was used as supporting electrolyte. Argon gas was bubbled for 20 

minutes in the working compartment before the measurement. During the 

measurement, argon gas was flushed into the working electrode compartment.  

Admittance spectroscopy technique was used to characterize the transport 

property of the polymer. The devices used for admittance spectroscopy measurements 

were prepared in the sandwiched structure ITO/PEDOT: PSS/PPOPT/Al. The layer of 

PEDOT: PSS (around 40 nm) was spin-coated at 4000 rpm onto ITO/glass substrates, 

and then baked in an oven at 120°C for 10 min. The polymer layer was spin-coated at 
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850 rpm from a chloroform solution (22 g L
-1

) and thermally annealed at 120°C for 25 

min in argon atmosphere before the top electrode deposition. The thickness of the 

polymer layer was 260 nm. The top Al electrode (70 nm) was thermally evaporated at a 

base pressure of 4 x 10
−6

 mbar through a shadow mask giving an active device area of 

0.25 cm
2
. 

The electrical characterization of the devices was carried out at room temperature 

under dynamic vacuum (5 x 10
-5 

mbar). Admittance was measured with amplitude of 

the ac modulation voltage 50 mV, the forward dc bias varied in the range 0 – 10 V with 

a voltage step of 1 V, and a frequency sweep range of 1 – 5 x 10
5 

Hz was used. 

2.5 Bulk –hetero junction solar cell of random Co-polymer (PF-Co-FT) 

UV–vis absorption spectra of films spin-coated onto quartz substrates were 

recorded. From electrochemical characterization of the polymer the HOMO and LUMO 

levels are reported [124] to be 5.61 eV and 2.87 eV, respectively.  

  Solar cells were fabricated on patterned ITO-coated glass.  A PEDOT:PSS layer 

was spin-coated at 4000 rpm resulting a thickness of around 40 nm, then baked in an 

oven at 140°C for 10 min.  PFB-co-FT and PCBM were dissolved in a given solvent 

(chloroform, chlorobenzene(CB), diChlorobenzene (DCB) or in  mixed 1,2-

dichlorobenzene/chloroform solvent in 1:1 v/v). The solutions (25 g L
-1

) were stirred at 

40°C for three days. The blend solutions were spin-coated in air onto the 

ITO/PEDOT:PSS substrates. Then the samples were transferred to an Argon glove-box, 

where the device structure was completed with the thermal evaporation of the top 

electrode (Al or LiF/Al) at a base pressure of 3 x 10
-6

 mbar. The active area of the 

device was defined by the shadow mask used for the cathode deposition. The solar cell 

characterization was carried out at room temperature in an Argon glove-box. 
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2.6 BisEH-PFDTBT: PCBM solar cells: a compositional, thickness, and 

light intensity dependence study 

The synthesis of the polymer reported elsewhere [125]. UV–vis absorption and 

photoluminescence spectra of films spin-coated onto quartz substrates were recorded 

for the study of blend weight ratio effect.  

Solar cells were fabricated on patterned ITO-coated glass substrates on which a 

PEDOT:PSS layer was spin-coated at 4000 rpm that result  a thickness of around 40 

nm, then baked in an oven at 140°C for 10 min. BisEH-PFDTBT and PCBM were 

dissolved in mixed 1,2-dichlorobenzene/chloroform solvent in 1:1( v/v). The solutions 

(25 g L
-1

) were stirred at 40 °C for four days. The blend solutions were spin-coated in 

air onto the ITO/PEDOT:PSS substrates. Then the samples were transferred to an 

Argon glove-box, where the device structure was completed with the thermal 

evaporation of the top electrode (Al or LiF/Al) at a base pressure of 3 x 10
-6

 mbar. The 

active device area, defined by the shadow mask used for the cathode deposition, was 8 

mm
2
.  

The device electrical characterization was carried out at room temperature in an 

Argon glove-box. Solar cells were characterized by using solar simulator and the light 

intensity dependence was studied by using a set of quartz neutral filters. 

 

 

 

  



63 

 

3. Result and Discussion 

3.1 Hole mobility measurement of APFO-Green 6 

APFO-Green6 [126] is a family of group of polymers called alternating 

polyfluorene copolymers. It is a low band gap polymer which absorbs 400 nm to 800 

nm, Figure 3.1. 
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Figure 3.1 Absorption spectra of APFO-Green 6 and its molecular formula. 

 

The polymer HOMO/LUMO levels, estimated by the onset of its oxidation/reduction 

potentials, are at – 5.2 eV and at – 3.5 eV, respectively [127]. 

The APFO-Green 6 has been tested for bulk-heterojunction (BHJ) solar cells in 

which it was used as the absorber and electron-donor material [126]. The polymer was 

blended with PCBM fullerene derivative, acting as the electron-acceptor, and the 

related solar cells exhibited a power conversion efficiency of 1.4%.   
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Gaining insight into the mechanism of charge transport of active materials of solar 

cells is necessary for optimizing device performance. Therefore, its mobility has been 

studied with AS and CELIV techniques. 

3.1.1  Hole mobility measurement with Admittance Spectroscopy [128] 

The absorption spectrum of the polymer film before and after thermal annealing 

were recorded resulting a similar pattern that may indicate the annealing does not 

degrade the polymer film due to thermal annealing. 

Based on the HOMO/LUMO level of the polymer film and the work function of the 

electrodes, Figure 3.2, the PEDOT:PSS has a negligible energy barrier and used as hole 

injecting electrode while  Al used as electron blocking electrode. 

 

 

 

 

 

 

 

 

 

Figure 3.2 Energy levels of ITO/PEDOT:PSS/APFO-Green 6/Al 

 

The built in potential (Vbi) was approximated to be nearly 1 V by taking the 

difference of the work function of PEDOT:PSS and Al electrodes. 

Figure 3.3 shows the conductance and capacitance as a function of the modulation 

frequency measured on an ITO/PEDOT:PSS/APFO-Green6/Al hole-only device 

structure for different forward dc-bias voltages i.e. Vdc 0 – 10 V. Here ITO was 

positively biased. 

L MO-3.5 eV 

HOMO -5.2 eV 

Al 

PEDOT:PSS 

5.2 eV 

4.2 eV 

APFO-Green 6 



65 

 

At zero bias the low-frequency conductance is low and the capacitance is nearly 

frequency independent, Figure 3.3a. If a relative dielectric constant of around 3 is 

assumed for APFO-Green6, the value observed for the capacitance at zero bias (~ 1.7 

nF) is consistent with that expected for the geometrical capacitance, Cgeo, of the 

polymer film.  The same behavior for capacitance and only a slight increase of the low-

frequency conductance was observed for Vdc = 1 V, indicating no injection of carriers.   

As the bias was increased well above the built-in voltage, the behavior changed 

drastically due to the beginning of hole injection. Towards high frequencies the 

capacitance again tend to Cgeo, while a slow decrease of C, with respect to Cgeo, is 

observed at intermediate frequencies (10
3
 - 10

4
 Hz), due to charge injection, Figure 

3.3b and 3.4a.  In the same intermediate frequency range, the conductance shows a 

small dip, Figure 3.3a, other than increasing by orders of magnitudes by increasing the 

applied bias up to 10 V. The behavior of capacitance spectra at low frequencies is due 

to trapping and subsequent detrapping of charge carriers [52, 129, 130], leading to a 

positive contribution to C in the low frequency range. 

As already demonstrated [131], it is more convenient to infer the average transit 

times of carriers from the frequency, fmax, at which the negative differential susceptance 

shows its maximum value. tr can be evaluated from the position of the maximum in –

B plot through fmax. Peaks in –B plots versus frequencies were clearly observed for 

Vdc of at least 4 V, Figure 3.4b. The peaks increase and shift towards higher frequencies 

as Vdc increases. The hole mobility values were calculated by using Equation 1.21. 
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Figure 3.3 Frequency dependence of conductance (a) and capacitance (b) for an 

ITO/PEDOT:PSS/APFO-Green6/Al device at different dc bias voltages 

(values in Vbias indicated in the figure). In the bottom figure the broken line 

indicate the intermediate frequency range at which capacitance is lower 

than the geometrical capacitance. 
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Figure 3.4 Variation of capacitance (a) and negative differential susceptance (b) with 

frequency in the intermediate frequency range, at different dc bias voltages 

(values in V indicated in the figure).  

The hole mobility (h) calculated from the maximum frequencies are shown in the 

semi-logarithmic plot of Figure 3.5a as a function of the square root of the electric field 

E. 

 The rough linear trend indicates that the experimental data follow the Poole-

Frenkel expression.  
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Figure 3.5 Electric field dependence of (a) hole mobilities and (b) hole transit times for 

an ITO/PEDOT:PSS/APFO-Green6/Al device. The dotted line represents 

the linear fit to the experimental data.  

The parameters for the Poole-Frenkel fit to mobility data of Fig. 3.5a are 0 = 

1.45x10
-7

 cm
2
 V

-1
 s

-1
 and  = 8.0x10

-3
 (V/cm)

-1/2
. 

The square root field dependence of mobility, frequently observed in disordered 

molecular materials [132], is expected in the case of trapping effects. The 
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immobilization of carriers for time periods by trapping sites distributed in energy leads 

to a broad distribution of transit times, hat is to a dispersive transport.  

It has been shown [133] that, in a multiple trapping model, the transit time of 

carriers exhibit the electric field dependence of  

                                  1 EEtr                                                                       
 (3.1) 

where  is a dispersion parameter (0 <  < 1;  = 1 for non dispersive transport) 

introduced by Scher and Montroll [134] in their model for the description of dispersive 

transport in amorphous solids. 

 The electric field dependence of hole transit times derived from admittance 

measurements are reported in Figure 3.5b in a double logarithmic plot. From the slope 

of the line representing the linear fit to the experimental data a value of 0.4 was 

obtained for the dispersion parameter comparable to other polymers [55]. In the 

case of an exponential distribution of trapping sites  is related to its characteristic 

temperature T0 by 0TT , T being the absolute temperature. The obtained value of 

 gives a characteristic temperature for the energy distribution of traps of 754 K.  

3.1.2 Hole mobility measurement of APFO-Green 6 with CELIV 

Figure 3.6 shows a typical CELIV measurement of this polymer. Unfortunately 

the devices did not give the characteristic signals of CELIV and it was not possible to 

determine the mobility the polymer with this technique, which could be due to high 

degree of dispersive carrier mobility in this polymer.  However, from the capacitive 

peaks, the relative permittivity of the polymer was calculated by using Equation 1.8 and 

the average value was found to be 3.2, which is very common value for most organic 

polymers. 
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Figure 3.6  CELIV measurement of ITO/PDOT:PSS/APFO-Green/Al, Device B. 

Thickness of PEDOT:PSS 40 nm, Polymer 380 nm, Al 100 nm. Inset is the 

ramp with A of 102 kV/s. 

3.1.3 Conclusion 

The mobility of holes in a film of the alternating polyfluorene APFO-Green6 was 

investigated by admittance spectroscopy. Mobilities of the order of 10
-6

 cm
2
 V

-1
 s

-1
 

were calculated at room temperature from the peak positions of the negative differential 

susceptance in the electric filed range 5x10
4
 – 2x10

5
 V cm

-1
.  Hole mobility was found 

to be strongly field-dependent and, as evidenced by the behaviour of the low-frequency 

capacitance spectra, carrier transport is affected by trapping effects. A dispersion 

parameter of 0.4 was achieved from the trend of holes transit times with the electric 

field. 

The measurement of hole mobility of APFO-Green 6 was tried using dark 

CELIV. But the characteristic CELIV signal was not observed, which could be low 

charge carrier concentration and high dispersive transport. Hence, photo-CELIV could 
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be appropriate, which generate more charge carriers. However, the relative permittivity 

of the polymer was determined to be 3.2.  

Therefore, Admittance Spectroscopy could be suitable to determine the charge 

carrier mobility of this class of compound compared to dark CELIV. 

3.2  Hole transport property of APFO-Green 5 

The low-bandgap conjugated polymer called APFO-Green 5 belongs to a large 

family of alternating poly fluorene copolymers (APFOs) [135].  APFO-Green 5 is an 

alternating copolymer based on fluorine and donor- acceptor-donor segments of 

thiophene and electron accepting groups.  APFO-Green 5, due to the alternating 

electron-rich and electron-poor units in its molecular structure, Figure 3.7, exhibits a 

bandgap of 1.6 eV, which makes it suitable for absorbing long-wavelength photons. 

The synthesis and properties of the polymer is reported elsewhere [136].  
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Figure 3.7 Molecular structure and absorption of APFO-Green5. 
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The polymer HOMO/LUMO levels [136], as determined by cyclic 

voltammetry, are at – 5.0 eV and at – 3.4 eV, respectively.  

APFO-Green5 has already been proposed as electron-donor component in 

polymer/fullerene bulk heterojunction solar cells, showing a photoresponse extended 

up to 800 nm and an overall power conversion efficiency of 2.2% [136].  

The hole mobility of APFO-Green 5 has already been investigated by FET and 

CELIV techniques [137]. The two different methods gave hole mobilities differing by 

one order of magnitude, those extracted from CELIV (around 2 X 10
-5

 cm
2 

V
1

s
1

 for an 

applied field 10
5
 V cm

1
) being lower than FET. 

In this study, the hole mobility of APFO-Green 5 is investigated by AS and 

DISCL transient methods and compared to the values previously reported with FET 

and CELIV methods. In order to get more insight of its performance of the polymer, the 

effect of temperature on its hole mobility has also been investigated. 

3.2.1 Hole mobility measurement of APFO-Green 5 with Admittance 

Spectroscopy [138, 139] 

 

Based on HOMO/LUMO levels of the polymer PEDOT:PSS (work function 5.0 – 

5.2 eV) is expected to form an Ohmic contact for efficient hole injection, while Al 

(work function 4.2 eV) should act as a blocking contact for electrons under forward 

bias (ITO positively bias), the energy barrier for electron injection al the Al/APFO-

Green 5 interface being around 0.8 eV, Figure 3.8. The mobility of the polymer was 

done at room temperature at the beginning and then the temperature effect on the 

mobility was studied in the temperature range of 4-64 °C. 
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Figure 3.8  Device structure and Energy level diagram of ITO/PEDOT:PSS/APFO-

Green5/Al. 

The exact calculation of the electric field (E) applied to the 

ITO/PEDOT:PSS/APFO-Green5/Al structure requires the evaluation of the device 

built-in potential (Vbi).  

Since a polymer can be assumed to be completely depleted of charges at low 

voltages, the electric field inside the polymer is spatially uniform and the energy bands 

remain rigid. In this case the built-in potential is expected to be given by the difference 

in the work functions of the electrodes. However, due to the creation of interface 

dipoles, chemical reactions between polymer and electrode, or charge accumulation 

near the electrodes, the built-in potential could significantly deviate from the difference 

of the two electrode work functions [139,140]. From the values of the electronic work 

functions of PEDOT:PSS (around 5.0 eV) and Al the Vbi is expected lower than 1 V.  

The value of Vbi was evaluated from the current-voltage (I-V) curve of the device, for 

forward bias Vbias in the same range used for the admittance experiments (up to 10 V) 

and found to be 0.7 V.  

The J-V characteristic of the ITO/PEDOT:PSS/APFO-Green 5/Al device was 

fitted by using the formula of Murgatroyd [61] in the space-charge limited current 

regime, Equation 1.23, where the electric field is given by (Vbias – Vbi)/d.  
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By assuming a value of 3 for the polymer relative permittivity [141], a  good fit 

was obtained for Vbi = 0.7 V, as shown in Figure 3.9,  and its value was used for the 

determination of the applied electric field in the admittance experiments. The fit of the 

j-V data also provided the mobility parameters 0 = 6.5x10
-8

 cm
2 

V
-1

s
-1

 and  = 8.3x10
-3

 

(V cm
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)
-1/2
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Figure 3.9 Current density as a function of forward bias for an 

ITO/PEDOT:PSS/APFO-Green 5/Al device. The line is a fit to the 

experimental data by using the formula of Murgatroyd. The thickness of the 

polymer layer was 260 nm. 

3.2.1.1 Room Temperature Hole mobility 

The admittance experiments were performed by using a Vbias up to 10 V, with a 

voltage step of 1 V. The conductance, very low for Vbias = 0 V, increased by orders of 

magnitude by increasing the dc bias, Figure 3.10. A small dip in the conductance 

spectra was observed in the intermediate frequency range (10
4
-10

5
 Hz), shifting to 

higher frequencies for higher values of Vbias. These features are an indication of the 

occurrence of charge injection. 
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Figure 3.10 Frequency dependence of conductance for an ITO/PEDOT:PSS/APFO-

Green 5/Al device, for dc bias (Vbias) values in the range  0  10 V and with 

a step of 1 V. The arrow indicates the direction of increasing Vbias. 

 

The capacitance was found to be almost frequency-independent when the dc 

bias was not applied (Vbias = 0 V), as expected in the case of no injection of charge 

carriers, and its value (around 2.7 nF) is consistent with the geometrical capacitance of 

a sample with an area of 0.26 cm
2
, a thickness of 260 nm, and a relative permittivity of 

3.  The capacitance spectra greatly changed upon applying the bias, mainly at low 

frequencies, as shown in Figure 3.11.  For Vbias up to 3 V, C increased with increasing 

Vbias and decreasing  f  up to its minimum value (1 Hz). The capacitance excess at low 

frequencies provides evidence for charge relaxation in trap levels [52,129,130], other 

than indicating charge injection.  
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Figure 3.11 Frequency dependence of capacitance for an ITO/PEDOT:PSS/APFO-

Green 5/Al device at different dc bias values (values in V are shown in the 

figure) in the all range of the modulation frequency in log log scale. 

 

It has been shown that in the case of an exponential distribution of trapping 

sites, very common in disordered organic semiconductors [134, 142], the characteristic 

temperature of the distribution, T0, can be derived from the slope of the double-

logarithmic plot of C vs f, Equation 3.2.  Indeed, for T < T0, T being the absolute 

temperature, the capacitance is expected to follow a power-law expression, in the low-

frequency region 

                               ffC                                               (3.2) 

where 0TT  is a dispersion parameter (0 <  < 1;  = 1 for non dispersive 

transport)  
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This formalism is introduced by Scher and Montroll [134] in their model for the 

description of dispersive transport in amorphous solids. 

 The capacitance measured at room temperature (T = 300 K) and in the low-

frequency range (f > 40 Hz) for the ITO/PEDOT: PSS/APFO-Green 5/Al device is 

shown in Figure 3.12 for two different values of Vbias (2 and 3 V). From the slopes of 

the lines representing the linear fit to the experimental data, values for of 0.40 and 

0.41 were obtained, for Vbias = 3 V and Vbias = 2 V respectively. The two values for 

correspond to characteristic temperatures of the trapping-sites distribution of 750 K and 

732 K, respectively. 
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Figure 3.12 Low-frequency range dependence of capacitance for an 

ITO/PEDOT:PSS/APFO-Green 5/Al device at Vbias of  2 V (circles) and of 

3 V (squares).  The dotted lines represent the linear fits to the experimental 

data. The values of the dispersion parameter  are shown in the figure. 
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When Vbias was further increased (Vbias > 3 V), a more complex behavior of 

capacitance was observed at low frequencies (f < 10
3
 Hz). Towards low f, capacitance 

first increased, reached a maximum, and then rapidly decreased attaining negative 

values. The frequency range in which C showed this behavior was strongly dependent 

on the dc bias, shifting towards higher frequencies as Vbias increased, Figure 3.11.  The 

frequency at which negative values of C were attained changed from 3 Hz for Vbias = 5 

V to 280 Hz for Vbias = 10 V. These features of the capacitance spectra indicate double-

injection of carriers [142] that is the aluminum contact allows for a weak unintentional 

injection of negative carriers. 

For Vbias > 1 V, a minimum in the capacitance spectra was observed in the 

intermediate-high frequency range, Figures 3.11 and 3.13a, expected in conditions of 

high injection. The position of that minimum, determined by the transit time of the 

injected carriers, shifted towards higher frequencies by increasing the dc bias. It is 

convenient to infer the average transit times of carriers from the frequency,  fmax, at 

which the negative differential susceptance shows its maximum value [53]. tr can be 

evaluated from the position of the maximum in –B plot through fmax. Peaks in –B 

plots versus frequencies were clearly observed for Vbias higher than 1 V, Figure 3.13b.  

The peaks increased in magnitude and shifted towards higher frequencies as 

Vbias increased. It is worth noting that susceptance spectra do not show two relaxation 

peaks, expected for dual-carrier injection. This indicates the occurrence of one or more 

of the following conditions [143]: (i) charge-transport is hole-dominated in the 

ITO/PEDOT:PSS/APFO-Green 5/Al structure for the investigated range of Vbias, so a 

second peak related to the transit times of negative carriers is not visible; (ii) two peaks 

cannot be resolved in the susceptance spectra because the mobilities of positive and 

negative carriers do not meaningfully differ; (iii)  the contribution of trapping  effects to 
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capacitance curves  obscures the susceptance peak corresponding to the slowest 

carriers.  We believe that, in the investigated ITO/PEDOT:PSS/APFO-Green 5/Al 

devices, transport is dominated by positive carriers injected from the ITO/PEDOT:PSS 

electrode, so the peak observed in the susceptance spectra is related to the transit time 

effect of holes, as discussed hereinafter. 
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Figure 3.13 (a) Frequency dependence of capacitance for an ITO/PEDOT:PSS/APFO-

Green 5/Al device at different dc bias values (values in V are shown in the 

figure) in the frequency range at which C is lower than the geometrical 

capacitance. (b) Variation of the negative differential susceptance with 

frequency at different dc bias voltages (values in V indicated in the figure). 

In the bottom figure, the lines are shown to guide the eye. 
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The transit times, derived from the maximum frequency of –B plots are shown 

in Figure 3.14 as a function of the applied electric field with Vbi = 0.7 V.  

From the linear fit to the experimental data of the double logarithmic plot 

shown in Figure 3.14, a value of 0.39 was obtained for the dispersion parameter by 

using Equation 3.1, leading to a characteristic temperature for the energy distribution of 

traps of 769 K. The value of is in good agreement with those derived from the low-

frequency capacitance spectra, Figure 3.12.  
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Figure 3.14 Electric field dependence of charge-carrier transit times. The line 

represents the linear fit to the experimental data. The value of the dispersion 

parameter  is shown in the figure. 

Charge transport in most conjugated polymers, and in general in disordered 

systems, usually occurs as a series of hops between localized states, leading to a strong 

dependence of mobility on temperature and electric field [16] thus the investigation of 

mobility with temperature and field provides insight into the mechanisms of charge 

transport in these materials. 
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The calculated values of the charge-carrier mobilities are shown in the semi-

logarithmic plot of Figure 3.15 as a function of the square root of the electric field. The 

good linear trend indicates that the experimental data follow the Poole-Frenkel 

expression, Equation 1.4, as expected from the I-V curve. The parameters for the 

Poole-Frenkel fit to mobility data of Figure 3.15 are o = 1.44 x 10
-7

 cm
2
 V

-1
 s

-1
 and  

= 8.0 x 10
-3

 (V/cm)
-1/2

, showing a good agreement, at least for  with those derived 

from the fit of  the I-V data. 
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Figure 3.15 Square-root field dependence of charge-carrier mobility for an 

ITO/PEDOT:PSS/APFO-Green 5/Al device. The line represents the linear 

fit to the experimental data. 

 

3.2.1.2 Effect of Temperature on Hole mobility  

The dependence of the hole mobility of APFO-Green 5 was studied with 

temperature range of 4 64 °C. Figure 3.16 shows the conductance as a function of the 

modulation frequency for different values of temperature and at the forward bias of 6 

V. 
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As expected, conductance was also greatly enhanced by increasing the 

temperature, changing by more than one order of magnitude in the temperature range 4 

– 64 °C, indicating strongly thermally-activated charge carrier mobility. In the 

intermediate frequency range 10
4
 – 10

5
 Hz, the conductance spectra show very small 

dips, Figure 3.16, moving toward higher frequencies for higher temperatures.  Those 

dips are an indication of charge injection. 
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Figure 3.16  Frequency dependence of conductance for an ITO/PEDOT:PSS/APFO-

Green 5/Al device at different temperatures and   for a dc bias of 6 V. 

In the capacitance spectra the typical minima were also observed in the same 

frequency range, Figure 3.17a. Hence, the negative differential susceptance, -B, is 

plotted based on these results, Figure 3.17b, for Vbias = 6 V and the average transit time 

of carriers were inferred from this plot. The peaks increased and shifted towards higher 

frequencies as temperature increases. 

 

 



83 

 

10
3

10
4

10
5

2.5x10
-9

3x10
-9

10
4

10
5

10
-6

10
-5

10
-4

(b)

(a)

 

 

C
a

p
a

c
it
a

n
c
e

 (
F

)

f (Hz)

 4 °C

 24 °C

 44 °C

 64 °C

 

 

-
B

 (
S

)

f (Hz)

 4 °C

 24 °C

 44 °C

 64 °C

 

Figure  3.17  Intermediate-frequency spectra of capacitance (a) and negative differential 

susceptance (b) for an ITO/PEDOT:PSS/APFO-Green 5/Al device at 

different temperatures and  for a dc bias of 6 V. In the bottom figure, the 

lines are shown to guide the eye. 

 

The average hole mobility values obtained at the considered temperatures are 

reported in the semi-logarithmic plot of Figure 3.18 as a function of the square root of 

the electric field. A good linear trend of the experimental data was obtained, very 
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common for disordered organic materials and indicating that mobility in APFO-Green 

5 obeys, in the investigated range of field and temperature, a Poole-Frenkel behavior. 
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Figure  3.18 Square-root field dependence of the average hole mobility for an 

ITO/PEDOT:PSS/APFO-Green 5/Al device at different temperatures. The 

lines represent the linear fits to the experimental data. 

 

The data of Figure 3.18 can be analyzed within the disorder formalisms for 

hopping transport in disordered organic solids. According to the well-known Gaussian 

Disorder Model (GDM) [144] for the hopping conduction of charge carriers among 

localized sites with a Gaussian profile of the density of states, mobility can be 

expressed with the semi-empirical equation, Equation 1.5. 

The behavior with temperature of the zero-field mobility, obtained for each 

temperature from the fits of the experimental data of Figure 3.18 to Poole-Frenkel 

equation is reported in Figure 3.19.  
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Figure 3.19 Zero-field mobility as a function of 1/T
2
. The line represents the linear fits 

to the experimental data. 

Figure 3.19 shows an exponential decreasing trend with 1/T
2
, as predicted by 

the GDM model.  The slope of the plot of o versus 1/T
2
 yielded  = 0.14 eV and its 

value was used to build the plot of Figure 3.20, in which the parameter is reported as 

a function of (/kT)
 2

.  Again, was derived, for each temperature, from the fits of the 

mobility data shown in Figure 3.18 to Poole-Frenkel, Eqation 1.4.    

According to GDM, Equation 1.5, the x intercept of the plot of Figure 3.19 gave 

 = 3.86. The values determined for the other parameters are inf = 0.15 cm
2
 V

-1
 s

-1
 and 

C = 4.8x10
4

 (V cm
-1

)
-1/2

. 
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Figure 3.20  Poole-Frenkel  parameter as a function of (/kT)
 2

 (GDM). The lines 

represent the linear fits to the experimental data. 

Figure 3.19 results were also analyzed by the Correlated Gaussian Disorder 

Model (CDM). The main difference between GDM equation, Equation 1.5,   and CDM 

equation, Equation 1.6, is the different temperature dependence of parameter, apart a 

slightly higher values for the energetic disorder , with respect to the GDM model. 

Hence, a 0.16 eV was calculated for  from the fit of data of Figure 3.19 to Equation 

1.6 (CDM).  

The values of  were plotted against (/kT)
 3/2

, Figure 3.21, and a very high 

value for the average site separation, a = 4.1 nm, was extracted from the linear fit 

according to Equation 1.6 (CDM).  
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Figure 3.21 Poole-Frenkel  parameter as a function of (/kT)
3/2

 (CDM). The lines 

represent the linear fits to the experimental data. 

The values of the charge transport parameters obtained by fitting the mobility 

data using the GDM and CDM models are summarized in Table 3.1. All the parameters 

are rather high, justifying the moderate transport properties of the investigated polymer 

films. 

 

Table 3. 1. Values of the charge transport parameters obtained by fitting the mobility 

data using the GDM and CDM models. 

Model 

Parameter 

inf 

(cm
2
 V

-1
 s

-1
) 



(eV) 

C0 

(V cm
-1

)
-1/2

 





a 

(nm) 

GDM 0.15 0.14 4.8x10
-4

 3.86 - 

CDM 0.15 0.16 - - 4.1 
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3.2.2 Hole mobility measurement of APFO-Green 5 with DISCL 

transient 

 

As mentioned above the PEDOT:PSS forms an Ohmic contact with the polymer 

and used to inject holes while Al blocks the injection of electrons into the system. 

Figure 3.22 shows the DISCL transient signals for bias voltages from 10 – 40 V in step 

of 5 V. 

 For bias potentials between 20 -35 V the DISCL signals riches a peak at well 

defined time, tr, and decays to reach a steady state current at long time.  But below bias 

potential of 20 V and after 35 V it is difficult to see the characteristic DISCL signals 

may be due to poor injection in the lower bias potentials and short transit time at high 

potentials. In the regions where the characteristic DISCL signal were observed it is 

simple to extract the parameters that are necessary to calculate the hole mobility data. 
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Figure 3.22 Room temperature DI transient s under applied bias from 10 40 V in step 

of 5V of APFO Green 5 with device structure of ITO/PEDOT: PSS/APFO-

Green 5/Al. Active layer thickness was 2.33 μm. 
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The DISCL transient time extracted from Figure 3.22 as a function of applied 

electric field is shown in Figure 3.23. 

 

Figure 3.23  Electric field dependence of charge carrier transit time. The dispersion 

parameter value α is 0.77 and shown on the plot. 

As shown in Figure 3.23 the transit time decreased with the increase of applied 

field as expected for a dispersive transport. The dispersion parameter in DISCL (0.77) 

is much higher than AS (0.39), which could be the result of thickness and morphology 

difference due to the solvent difference of film formation process in the two techniques. 

The characteristic temperature for the energy distribution of traps in DISCL is 

calculated to be 399 K which is very lower than AS that may be the reason for the fast 

transition in this measurement. 

 Based on the transit time the mobility of the polymer has been determined by 

using Equation 1.16. The calculated mobility as a function of square root of applied 

field is shown in Figure 3.18 and analyzed based on Poole-Frenkel relations, Equation 

1.4. The good linear fit indicates that it follows the Pool-Frenkel relation, Figure 3.24. 
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Figure 3.24 Semi-logarithm plot of square root field dependence of charge-carrier 

mobility for an ITO/PEDOT:PSS/APFO-Green 5/Al. The line indicates the 

linear fit of the experimental data. 

3.2.3 Conclusion  

The mobility achieved for APFO-Green 5 in AS at the highest field (3.5 x 10
5
 V 

cm
-1

),  close to 2 x 10
-5

 cm
2
 V

-1
 s

-1
, is in excellent agreement with that already reported 

by Andersson and coworkers [145] for the hole-mobility of the same polymer evaluated 

by using  CELIV technique. For these reasons, we believe that charge transport in the 

investigated structures is hole-dominated and  the peak observed in the susceptance 

spectra are related to the transit times of positive carriers, though the occurrence of a 

weak electron-injection at the Al electrode, affecting the admittance low-frequency 

response. This suggests that bulk techniques should be more suitable for the 

investigation of transport properties of organic materials to be used in applications 

requiring sandwiched device structures, such as solar cells or light-emitting diodes. 

  The electric field dependence of hole mobility in thin films of APFO-Green 5 
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has been investigated with temperature by admittance spectroscopy. Mobilities of the 

order of 10
−6
–10

−5
 cm

2
 V

−1
 s
−1

 were calculated at room temperature from the peak 

positions of the negative differential susceptance. Transport of positive charges carriers 

is strongly field and thermally activated. 

 In the investigated field range, the mobility is enhanced by roughly one order of 

magnitude by increasing the temperature from 4°C to 64°C. Using the GDM 

formalism, a value of 0.14 eV was found for the width of the Gaussian distribution of 

energy states and 3.86 for the positional disorder. The parameters extracted by fitting 

the mobility data according to the disorder formalism indicate that charge transport in 

spin-coated thin films of APFO-Green5 is greatly affected by high energetic and 

positional disorder, justifying the moderate mobility values. 

The mobility values determined with DISCL technique is one order of 

magnitude larger than the AS and CELIV techniques. From Poole-Frenkel fit to 

experimental data, the μo = 3x10
-4

 cm
2
 V

-1
s

-1 and  = 1.8x10
-3 

(V cm
-1

)
-1/2 

were 

determined. Here the Poole-Frenkel constant is in the same order of magnitude with 

that of AS.  can be considered as measure of the sensitivity of the mobility with 

respect to the applied electric field [145]. Therefore, the hole mobility is equally 

sensitive to electric field in AS and DISCL for this polymer. 

In conclusion the DISCL measured values are one orders of magnitude higher than 

AS and CELIV techniques. Moreover its potential window is very narrow. Therefore, 

this technique may not be suitable for the study of such polymer materials as that of 

AS. 
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3.3 Transport property of a novel phenyl-substituted polythiophene 

Polythiophene and its derivatives constitute one of the most promising classes 

of conjugated polymers and have been widely used in solution-processed polymer solar 

cells [92] and field-effect transistors [146], as well as in the fabrication of light-emitting 

diodes [147].  

In order to tune their electronic properties to meet the request for different 

applications, chemical modifications of polythiopene derivatives have been performed. 

One method to tailor the electronic properties is the introduction of substituents on the 

thiophene rings [148]. Substituents can influence the electrical, electrochemical, and 

optical properties of the resulting polymers, other than modifying their processability in 

organic solvents. Depending on their nature, size and position, substituents can affect 

the interaction between polymer chains or induce a distortion of the polymer backbone, 

resulting in the variation of the -conjugation of the aromatic system. 

Phenyl-substituted polythiophenes have been already reported in the literature, 

showing how the phenyl substituents affect the electrochemistry [149], the light 

emission properties [150], as well as the photoinduced charge transfer behaviour [151]. 

However, the effect of the phenyl-substitution on the transport properties of this class 

of polythiophenes has not been thoroughly investigated. 

Therefore, in this section the characterization of a novel polythiophene 

derivative, poly[3-(2’-pentyloxy-5’-(1”’-oxooctyl) phenyl)thiophene]  (PPOPT), Figure 

3.25,  is discussed. In addition to the optical and electrochemical characterization, the 

investigation of bulk transport properties of positive carriers in thin films of PPOPT is 

described [152]. 
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Figure 3.25 Molecular formula of poly[3-(2’-pentyloxy-5’-(1”’-oxooctyl) 

phenyl)thiophene]  (PPOPT). 

3.3.1 Optical study  

The optical properties of PPOPT were investigated by UV-Vis absorption and 

PL spectroscopy. The normalized spectra, in a diluted chloroform solution (10
-5

 mol L
-

1
) and in thin film spin-coated onto quartz substrate, are shown in Figure 3.26. The 

polymer exhibits absorption maxima at 487 nm and at 501 nm, in solution and in thin 

film, respectively, leading to a red-shift of 14 nm in the solid state. An optical energy 

gap of 2.0 eV was estimated from the absorption onset of the film. In addition, while 

the absorption spectrum in solution is structureless, the appearance of a relatively weak 

shoulder at ~ 580 nm is visible in the solid state. This feature, along with the moderate 

red-shift of the spectrum when going from solution to thin film, is an indication of 

moderate interactions between the polymer chains in the solid state [153] or a larger 

overlap of  orbitals on the polymer backbone due to an increased coplanarity of the 

thiophene rings in the solid state induced by alignment of the alkyl chains [154]. The 

narrowing of the PL band in the solid state (full width at half maximum is 0.25 eV in 

film and 0.36 eV in solution) seems to support a well ordered solid state induced by the 

substituents on the phenyl ring [155]. 

Stokes shifts are low and similar in solution and in film (0.38 eV in solution and 

0.35 eV in film), suggesting a moderate distortion of the excited state respect to the 

ground state [156]. Photoluminescence quantum yield in solution (0.11) is relatively 
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high pointing out a good planarity of the polymer backbone, accordingly, solid state PL 

quantum yield is high (0.11) and this must be due to a well ordered polymer backbone 

that is separated from neighboring chains, making the interchain interactions small. 

This is achieved with attachment of two side-groups on the opposite ortho and meta 

positions of the phenyl ring which will force the phenyl out of the backbone plane, and 

thereby separate the polymer chains from each other [155, 157].  
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Figure 3.26 Normalized UV-Vis absorption and PL spectra of PPOPT in chloroform 

solution (a) and in spin-coated film onto quartz substrate (b).  The excitation 

wavelengths were 445 nm and 500 nm, in solution and in film, respectively. 
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3.3.2 Electrochemical study 

Electrochemical cyclic voltammetry measurements were carried out on PPOPT 

films spin-coated onto ITO/glass substrate, used as working electrode. As shown in 

Figure 3.27 a  quasi-reversible oxidation wave, with the onset potential of 0.81 V vs. 

SCE, and a quasi-reversible reduction wave, with the onset potential of 1.54 V vs. 

SCE, were observed. 
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Figure 3.27 Cyclic voltammogram of PPOPT film ((a), first scan) and background (b), 

spin-coated onto ITO/glass electrode, in (C4H9)NClO4/acetonitrile 

supporting electrolyte at a scan rate of 100 mV s
-1

. 

 

 If compared to a similar phenyl-substitued polythiophene, poly (3-[2’-

pentyloxy-5’-(octyl) phenyl]thiophene) [149], the relevant shift of the reduction wave 

toward less negative potentials (of around 0.5 V) could be attributed to the conjugation 

of ketone in meta-position of the phenyl side-group. 
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The energy levels of the highest occupied and the lowest unoccupied molecular 

orbitals (HOMO and LUMO, respectively) were calculated to be – 5.49 eV and –3.14 

eV, respectively,  from the onset oxidation and reduction potentials, assuming the SCE 

level at – 4.68 eV  [158]. As often observed for conjugated polymers, the 

electrochemical energy gap was found to be slightly higher than the optical energy gap. 

This could be related to structural differences in the thin film due to swelling by the 

solvent, or to the exciton binding energy for conjugated polymers [159]. 

3.3.3 Transport study with AS 

Admittance spectroscopy was used to investigate the bulk average hole mobility in 

thin film of PPOPT. In an admittance experiment, the charge relaxation driven by a 

small harmonic voltage modulation is probed and by superimposing a forward dc bias, 

Vdc, to the harmonic voltage, free carriers can be injected into a sample having a diode 

structure. Devices with the sandwich structure ITO/PEDOT: PSS/PPOPT/Al were 

prepared for this purpose. Under forward bias conditions (ITO positively biased), 

ITO/PEDOT:PSS electrode is able to inject holes into the HOMO level of the polymer, 

while an energy barrier for electron injection of around 1 eV is expected at the 

Al/PPOPT interface, Figure 3.28. So the aluminum top contact acts as an electron-

blocking contact in the investigated hole-only devices under forward bias.  

 

Figure 3.28 Energy diagram and structure of hole-only devices used in this study. 
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Upon injecting charge carriers, by applying a dc bias Vdc to the sample, 

dramatic changes are observed for admittance Y. As expected, conductance increases 

by increasing Vdc, as shown in Figure 3.29a for the sample 

ITO/PEDOT:PSS/PPOPT/Al, however, charge injection also affects capacitance 

spectra.  
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Figure 3.29  (a) Conductance spectra for an ITO/PEDOT:PSS/PPOPT/Al device, for dc 

bias (Vdc) values in the range  0  10 V and with a step of 2 V. The arrow 

indicates the direction of increasing Vdc. (b) Capacitance spectra for an 

ITO/PEDOT:PSS/PPOPT/Al device at dc bias of  0 V and 5 V. 
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While at zero bias (no injection) capacitance is nearly frequency independent, 

under high-injection conditions and for one-carrier devices, C usually shows a light 

minimum in the intermediate frequency range. As an example, the capacitance 

spectrum obtained for an ITO/PEDOT:PSS/PPOPT/Al sample at Vdc = 5 V is shown in 

Figure 3.29b and compared with that at Vdc = 0.  

 

 Figure 3.30 Intermediate-frequency range capacitance (a) and negative differential 

susceptance spectra (b) for an ITO/PEDOT:PSS/PPOPT/Al device at 

different dc bias (values shown in the figure).  
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The positive contribution to C in the low frequency range, with respect to zero-

bias conditions, is often observed for disordered materials and has been attributed to 

trapping and subsequent detrapping of charge carriers [52]. The minima in the 

capacitance spectra are better displayed in Figure 3.30a and the figure also shows their 

shift toward higher frequency as the dc bias increases. The average transit time, tr, of 

charge carriers can be easily evaluated from the negative differential subsceptance -B, 

Figure 3.30b.  

It has been demonstrated that tr is related to the frequency fmax at which –B 

exhibits its maximum value through fmax. Peaks in –B plots versus frequencies were 

clearly observed for PPOPT-based devices for Vdc of at least 5 V, Figure 3.30b. The 

peaks increase and shift towards higher frequencies as Vdc increases.  

The values of , calculated by assuming Vbi = 1 V, are displayed in Figure 3.31  

as a function of the square root of E. Mobilities between 2.1 x 10
-7

 and 5.6 x 10
-7

 cm
2
 

V
-1

 s
-1

 were obtained at room temperature for PPOPT thin film in the electric field  

range 1.9 x 10
5 
 3.5 x 10

5
 V cm

-1
. 
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Figure 3.31 Square-root field-dependence of the average hole mobility for an 

ITO/PEDOT:PSS/PPOPT/Al device. The line represents the linear fit to the 

experimental data. 
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 These values are orders of magnitude lower than that recently reported for another 

phenyl-substitute polythiophene [160], poly [3-(4-n-octyl)-phenylthiophene] (POPT) 

[161]. Indeed, a bulk hole mobility of 1.0 x 10
-4

 cm
2
 V

-1
 s

-1
 has been demonstrated for 

POPT films, comparable with that measured for regioregular poly (3-hexylthiophene) 

(P3HT) in the same experimental conditions.  This indicates that the substitution of the 

solubilizing alkyl chain of P3HT with the phenyl-alkyl group of POPT leads to a 

similar organization of polymer chains in the solid state, profitable for charge transport. 

Differently, the 2’-pentyloxy-5’-(1”’-oxooctyl) phenyl substituent in PPOPT likely 

prevents interactions between adjacent polymer chains due to its steric effect, resulting 

in a strong negative effect for charge transport. The rough linear trend of the plot 

displayed in Figure 3.31 indicates that hole mobility in PPOPT thin films follows the 

Poole-Frenkel expression [28,162].  

  The parameters for the Poole-Frenkel fit to mobility data of Figure 3.30 are o = 

1.77 x 10
-8

 cm
2
 V

-1
 s

-1
 and  = 6.0 x 10

-3
 (V cm

-1
)
-1/2

. The value of  is rather high, 

indicating a strong dependence of hole mobility on electric field. 

3.3.4 Conclusion 

A novel phenyl-substituted polythiophene has been synthesized and its 

electrochemical and optical properties investigated. PPOPT shows an optical energy 

gap of 2.0 eV and its relatively high photolumiscence quantum yield in the solid state 

(0.11), equal to that measured in diluted solution, indicates small interactions between 

polymer chains. This is attributed to the long alkyl-chain of the 2’-pentyloxy-5’-(1”’-

oxooctyl) phenyl substituent which causes twisting of the phenyl ring out of the plane 

and leads to poor electronic interaction of the thiophene chains.  

This picture is confirmed by the investigation of the bulk transport properties of 

PPOPT. Hole mobility in thin films of PPOPT was found to be moderate (of the order 



101 

 

of 10
-7

 cm
2
 V

-1
 s

-1
 for an electric field of 10

5
 V cm

-1
) and strongly field-activated, as 

indicated by the rather high value (6.0 x 10
-3

 (V cm
-1

)
-1/2

) of the Poole-Frenkel 

parameter describing the field dependence of mobility. The present study demonstrates 

the importance of substituents for the -conjugation of the aromatic system of polymer 

materials and how dramatically they can affect the electronic properties. 
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3.4 Bulk-heterojunction solar cells of a random co-polymer (PFB-co-FT) 

Several groups have devoted to designing new optimized conjugated polymers, 

improving efficiency, and decreasing the cost of processing for device fabrication. Low 

band gap conjugated polymers with main chain alternating donor/acceptor (D A) 

structure are promising, which can broaden the absorption to the red and even to the 

near IR region and result in higher PCE [163].  

Functional groups such as fluorene [164 68], carbazole [169, 170], 

silafluorene [171], cyclopentadithiophene [172 174], N-substituted dithienopyrrole 

[175,176] and dithienosilole [177], have been used as donor moieties; whereas, 

functional groups such as benzothiadiazole [178], quinoxaline [179], 

diketopyrrolopyrrole [180], thienopyrazine [181], fluoranthene [182] and so on were 

usually used as acceptor moieties. 

The rigid conjugated polymers are usually required to carry flexible side chains 

to ensure that polymers have certain solubility in organic solvents. The lengths of alkyl 

chains play an important role in molecular weights, energy levels of conjugated 

polymers, morphologies of blend films, and therefore the photovoltaic performance of 

devices [183, 184]. Moreover, the position of alkyl chain on each D-A repeat unit is 

also a key point in tailoring polymer structures [185 - 187]. Recently a benzothiadiazole 

moiety demonstrated a PCE of 5.4% [188].  

In this study, a photovoltaic characterization of a novel family of fluorene – 

thiophene-benzothiadiazole containing, poly{[4’-(9,9-bis(2-ethylhexyl)fluoren-2-yl)-

2’,1’,3’-benzothiadiazole-7,7’-diyl]-co-[2’-(9,9-bis(2-ethyl-hexyl)fluoren-2-yl)thien-

7,5’-diyl]} (PFB-co-FT, Figure 3.32),  random copolymers  is described [189]. The 

study includes selection of the best solvent, analyzing annealing effects, optimization of 

polymer: PCBM weight ratio, optimization of the active layer thickness and studying 
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the effect of LiF buffer layer in order to get optimized performance. The effect of the 

incident light intensity was also investigated in order to get insight about the space 

charge effect on the device. 

 

Figure 3.32 Molecular structure of PFB-co-FT. 

3.4.1 Optical study 

 The absorption spectrum of thin film of PFB-co-FT is shown with the 

background of solar irriadiation spectrum at air mass 1.5 (AM 1.5) in Figure 3.33. The 

peak position of the film indicates that the polymer material absorbs in the maximum 

intensity position but very narrow region of the sun spectrum and hence a poor 

performance is expected as it was confirmed below. One of the reasons could be its 

large band gap, 2.74eV.  
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Figure 3.33 Absorption spectrum (normalized) of thin film PFB-co-FT with the 

background of sun emission spectrum at AM 1.5. 
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When the UV-Vis spectra of the polymer film blended with PCBM with 

different weight ratio is analyzed, there is no significant peak position change as 

compared to the pristine polymer, Figure 3.34. This indicates that the presence of 

PCBM does not have a significant influence on the polymer inter-chain interaction and 

no significant effect on the packing of the polymer in the film formation. 
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Figure 3.34  Absorption spectra of PFB-co-FT:PCBM films spin-coated on quartz 

substrates for different D:A weight ratios compared with PFB-co-FT 

pristine film. 

3.4.2 Photovoltaic properties 

Photovoltaic properties of these polymer was investigated in devices with the 

structure of ITO/PEDOT:PSS/active layer/LiF/Al. The active layer is a blend of PFB-

co-FT donor and PCBM acceptor. Solar cells were fabricated from chloroform, CB, 

DCB, or the mixture of chloroform and DCB (1:1 v/v) solution. The ratio of donor to 

acceptor and the thickness were optimized. Optimum performance was always 

achieved with a  mixture of chloroform and DCB (1:1 v/v) solvents, a ratio of polymer 
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to PCBM of 1:2 (w/w) and an active layer thickness in the range of 90 nm to 100 nm 

and the summary of the result is shown in Table 3.2. 

3.4.2.1 Selection of solvent 

The effect of three different solvents was studied: chloroform (CHCl3), 

chlorobenzene (CB) and dichlorobenzene (DiB), and in a mixture form. According to 

the literature the CB and DiB are good solvents for PCBM. However, a solubility test 

of PFB-co-FT polymer indicated that the best solvent among CHCl3, CB, and DiCB is 

CHCl3 as deduced from the morphology of the resulting film. The PV investigation 

also confirmed this. As shown in Figure 3.35, the lowest efficiency was observed in 

CHCl3 due to the poor solubility of PCBM in chloroform. Likewise the efficiency in 

CB was also low due to the poor solubility of the polymer in this solvent. The best 

efficiency was observed among the studied solvents in the 1:1 (v/v) mixture of CHCl3 

and CB. 
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Figure 3.35 Effect of solvent on PFB-co-FT:PCBM (1:1w/w) solar cells with 

different solvents. ITO/PEDOT:PSS/active layer/Al. Thickness of 

around 130 nm.; squares indicate maximum values and circles indicate 

average values on eight cells. 
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3.4.2.2 Study of annealing effect 

The effects of thermal and solvent annealing were studied for PFB-co-

FT:PCBM solar cells. 

The effect of thermal annealing was tested on complete device by applying 

different temperatures in Argon atmosphere-glove box for 30 min. However the 

thermal annealing has shown a negative effect in all cases, Figure 3.36. 
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Figure 3.36 Effect of thermal annealing on PFB-co-FT: PCBM (1:1 w/w) solar 

cells ~130nm; annealing time 30 min. 

 

The solvent annealing is also believed to increase the aggregation of the 

polymer and improve the morphology of the film of the active layer. Therefore, a test 

was done on devices in chlorobenzene environment for 30 min, before the top Al 

deposition. However, it did not show any significant change in efficiency of the 

devices. 
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3.4.2.3 Donor to Acceptor weight ratio  

In order to choose the best blend composition, active layers with D:A w/w 

ratios 1:1, 1:2, and 1:3 were studied, Figure 3.37. The maximum value of current 

density and corresponding efficiency was observed with 1:2 D:A weight ratio. 
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Figure 3.37 Efficiency verses Donor to Acceptor weight ratio for PFB-co-FT:PCBM 

solar cells. Active layers (~120 nm thick) deposited from CHCl3 

/Chlorobenzene (1:1 v/v) solutions. Circle average values (on a number of 

cells between 4 and 8) and square dots maximum values. 

 

3.4.2.4 Effect of LiF buffer layer 

Complete devices without LiF and with 0.6 nm LiF were developed with 1:2 

donor to acceptor weight ratio in order to study the effect of LiF buffer layer 

underneath of Al metal electrode. 

The presence of LiF buffer layer has increased the Jsc, Figure 3.38. Practically 

the presence of LiF buffer is expected to facilitate the electron transport to the 

collecting electrode resulting the increase in current density. 
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Figure 3.38 Effect of LiF buffer layer for a PFB-co-FT: PCBM solar cell (1:2 w/w), 

deposited from a CHCl3/ Chlorobenzene (1:1 v/v) solution to a thickness of 

~100nm.  

3.4.2.5 Thickness optimization 

Different devices with different active layer thickness were developed and 

characterized.  From Figure 3.39, the optimal thickness to achieve the best efficiency is 

around 100 nm. 

 

      

 

 

 

 

 

Figure 3.39  Efficiency versus active layer thickness for PFB-co-FT:PCBM (1:2 w/w) 

solar cells deposited from CHCl3/ Chlorobenzene (1:1 v/v) solutions. 
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3.4.2.6 Illumination intensity study 

In order to get insight about the performance of the PV of this polymer, the 

effect of incident light intensity on the best performing cell was investigated, Figure 

3.40. 

 

 

 

 

 

 

Figure 3.40 Short-circuit current(a) and Open circuit voltage (b) as a function of the 

incident light intensity for a PFB-co-FT:PCBM (1:2 w/w) solar cell,  deposited 

from a  CHCl3 /Chlorobenzene (1:1 v/v) solution to a thickness of ~100 nm. 

 

As shown in Figure 3.40a, the photocurrent analyzed as a function of incident 

light intensity  the slope remains around 0.9, which indicate that there is no significant 

space charge effect on this polymer solar cell (for free space charge effect α’ = 1) [190]. 

Likewise, when the Voc versus natural logarithm of power intensity plot is analyzed the 

slop (β) is above 25 mV, Figure 3.40b. This indicates that the recombination type in 

this system is accounted to be trap assisted bimolecular recombination, which leads to 

loss of fill factor [191]. 
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Table 3.2 Summary of photovoltaic parameters of PFB-co-FT:PCBM solar cells 

(Averages in parenthesis). 

Sample 

code 

PCBM 

content 

(% wt) 

Solvent 

Active 

area 
Thick Jsc  Voc  FF  Eff  

(cm
2
) nm mA/cm

2
 V  % 

6911C+D 50 CHCl3 
0.082 

120 

0.39 

(0.35) 

0.71 

(0.68) 

0.29 

(0.29) 

0.09 

(0.07) 

6911S+T 50 CB 
0.081 

130 

0.72 

(0.60) 

1.00 

(0.95) 

0.39 

(0.38) 

0.29 

(0.23) 

6911U+V 50 CHCl3+CB 
0.080 

150 

0.69 

(0.59) 

0.98 

(0.95) 

0.38 

(0.37) 

0.27 

(0.22) 

6911W+1 50 CHCl3+CB 
0.090 

130 

0.57 

(0.51) 

0.97 

(0.96) 

0.33 

(0.34) 

0.19 

(0.17) 

6911Y+Z 50 CHCl3+CB 
0.090 

140 

0.59 

(0.56) 

0.94 

(0.93) 

0.35 

(0.36) 

0.21 

(0.19) 

69112+3 50 CHCl3+CB 
0.080 

120 

0.67 

(0.62) 

0.99 

(0.98) 

0.36 

(0.36) 

0.25 

(0.23) 

6912G+H 67 CHCl3+CB 
0.085 

120 

0.63 

(0.59) 

0.97 

(0.94) 

0.41 

(0.42) 

0.27 

(0.25) 

6912I+J 67 CHCl3+CB 
0.081 

100 

0.79 

(0.71) 

0.99 

(0.94) 

0.39 

(0.39) 

0.33 

(0.28) 

6912K+L 67 CHCl3+CB 
0.090 

100 

0.90 

(0.83) 

0.92 

(0.95) 

0.41 

(0.38) 

0.36 

(0.32) 

6912M+N 67 CHCl3+CB 
0.088 

90 

0.80 

(0.77) 

1.01 

(0.93) 

0.41 

(0.39) 

0.35 

(0.30) 

6912O+P 67 CHCl3+CB 
0.085 

140 

0.63 

(0.59) 

0.99 

(0.97) 

0.43 

(0.43) 

0.28 

(0.26) 

6912Q+R 67 CHCl3+CB 
0.085 

120 

0.67 

(0.64) 

0.99 

(0.97) 

0.43 

(0.43) 

0.30 

(0.28) 

6913I+J 75 CHCl3+CB 
0.085 

120 

0.52 

(0.46) 

0.97 

(0.93) 

0.43 

(0.43) 

0.23 

(0.19) 
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3.4.3 Conclusion 

The polymer PFB-co-FT does not show the sufficient solubility required for solar 

cell application, at least in the tested solvents. This leads to a very segregated 

morphology for the polymer:PCBM mixture, as demonstrated by the effects of the 

thermal annealing treatment. Indeed, these treatments  always induce an enhancement 

of segregation between the two different phases in a D:A blend, so they can be effective 

only if the segregation level of the starting blend morphology is lower than the 

“optimum” one for a given D:A couple. Given the poor effects of solvent/thermal 

treatments, we can conclude that the segregation level of the as-deposited active layers 

is already too high. 

The combination of the lack of control of blend morphology and the poor absorption 

properties of the polymer leads to the poor PV performance of the solar cells.  

The investigation of the trend of Jsc with the light intensity (Pin) was done in 

order to have some indications on the presence of space charge effect. For PFB-co-FT: 

PCBM solar cells the power factor ’ did not change meaningfully and its value is 

around 0.9 indicating no significant effect of space charge effect. 
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3.5 BisEH-PFDTBT: PCBM solar cells: a compositional, thickness, and 

light intensity-dependent study  

Conjugated polymers containing alternating electron-rich and electron-poor 

monomer units represents the most common donor materials used in the fabrication of 

efficient polymer solar cells. A relevant class of materials with these characteristics is 

represented by the alternating fluorene copolymers (APFO) [164, 192-194], which 

leads to solar cells showing promising power conversion efficiencies. In particular, 

poly{9,9-bisalkylfluorene-2,7-diyl-alt-[4,7-bis(thien-2-yl)-2,1,3-benzothiadiazole]-

5’,5”-diyl} (alkyl = hexyl, octyl, decyl, dodecyl), containing fluorene-thiophene-

benzothiadiazole-thiophene units in an alternating sequence, [164,184,195] exhibit  

energy gaps around 1.9 eV and, thanks to their low-lying highest occupied molecular 

orbital (HOMO) level, the related solar cells  can deliver an open circuit voltage as high 

as 1 V, when blended with fullerene derivatives.  

On the other hand, quite surprisingly few studies exist on APFO bearing 

branched alkyl chains on the fluorene ring [166]. However, as it has been recently 

demonstrated and contrary to the common wisdom, the structure of the conjugated 

backbone is not the only responsible for the energy levels and the device efficiencies 

[19]. Indeed, for a class of dithienonaphthalene-thiophene-benzothiadiazole-thiophene 

alternating copolymers it has been shown that 2-ethylhexyl lateral chains lead to the 

best performance, with power conversion efficiencies almost three times than those 

observed for polymers bearing octyl chains. Therefore the conclusions on polymers 

with linear alkyl chains cannot be obviously extrapolated to homologues with branched 

chains, and for this reason APFO bearing branched chains are worthy of an in-depth 

examination. 
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In this study an extended characterization of solar cells made of poly{9,9-bis(2-

ethylhexyl)fluorene-2,7-diyl-alt-[4,7-bis(thien-2-yl)-2,1,3-benzothiadiazole]-5’,5”-

diyl} (BisEH-PFDTBT) as the electron-donor and [6,6]-phenyl-C61- butyric acid 

methylester (PCBM) as electron-acceptor is reported [196]. The dependence of 

photovoltaic parameters on blend composition, active layer thickness, and light 

intensity is described, as well as the analysis of photocurrents, with the aim to identify 

the main loss mechanisms in this photoactive blend. 

3.5.1 Effect of blend composition 

The absorption spectra of films made of BisEH-PFDTBT and BisEH-

PFDTBT:PCBM mixtures are shown in Figure 3.41. The lower-energy peak of the 

pristine polymer spectrum is slightly red-shifted with respect to the blend in 1:1 D:A 

ratio, indicating some alteration of the inter-chain interaction in the presence of PCBM. 

However, the peak absorption wavelength did not further change for films with higher 

amounts of PCBM, differently from P3HT:PCBM blends for which significant blue-

shifts of the absorption of P3HT in the visible range were observed with increasing 

PCBM content, along with the disappearance of the typical vibronic structures of P3HT 

[197]. Those spectra modifications were attributed to the disruption of the ordering in 

the P3HT chains in the presence of PCBM molecules, leading to the lowering of 

polymer inter-chain interaction. 
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Figure 3.41 Typical absorption spectra of BisEH-PFDTBT:PCBM  films spin-coated 

onto quartz substrates for different D:A weight ratios, compared to that of a 

BisEH-PFDTBT pristine film. 

 

 The typical features of P3HT absorption spectrum are usually recovered upon 

thermal annealing of the P3HT:PCBM composite films[105, 198,199. Differently from 

P3HT, BisEH-PFDTBT is an amorphous polymer which does not show the spontaneous 

tendency to form ordered packed structures in spin-coated films, thus its absorption 

spectrum is not significantly affected upon blending with PCBM. 

The quenching of the donor photoluminescence (PL) was evaluated in BisEH-

PFDTBT:PCBM blends with different composition by comparing the integral of the PL 

signals, calculated in the same wavelength range (574 – 900 nm), Figure 3.42b.  

Films with different D:A composition but with the same optical density of 

around 0.23 at the excitation wavelength (552 nm, corresponding to the low-energy 

absorption peak of BisEH-PFDTBT) were spin-coated onto quartz substrates. PL 

quenching is here defined as the ratio of the integrated PL signal of the blend to that of 

pristine polymer film. The photoluminescence at 552 nm of BisEH-PFDTBT:PCBM 
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blends is significantly quenched, compared to that of the pristine polymer, Figure 3.42, 

indicating that efficient photoinduced electron transfer occurs from the donor polymer 

to the electron-accepting PCBM molecules. 

Monitoring the integral of the PL signal as a function of the weight fraction of 

PCBM reveals that PL is quenched by two orders of magnitude at 33% of PCBM and 

the PL emission is further decreased to 4.8 x 10
-3

 at 67%, with respect to that of the 

pristine BisEH-PFDTBT film. The strong reduction of the PL emission at 67% of 

PCBM weight percentage suggests that most of the photogenerated excitons in the 

BisEH-PFDTBT phase are involved in the photoinduced charge transfer process at that 

blend composition. 

Solar cells with the structure ITO/PEDOT:PSS/BisEH-PFDTBT:PCBM/Al 

were prepared, with a weight percentage of fullerene of at least 50% and with a 

comparable thickness of the active layer, to study their photovoltaic properties with the 

blend composition. Representative current-density - voltage (J-V) curves under AM1.5 

(100 mW cm
-2

) irradiation are displayed in Figure 3.43 and the related photovoltaic 

parameters are collected in Table 3.3. 
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Figure 3.42 Photoluminescence quenching of BisEH-PFDTBT:PCBM films spin-

coated onto quartz substrates: (a) photoluminescence spectra; (b) PL 

quenching for different PCBM weight concentration. The excitation 

wavelength is 552 nm. 
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Figure 3.43 Current density - voltage curves of ITO/PEDOT:PSS/BisEH-

PFDTBT:PCBM/Al solar cells under AM1.5 (100 mW cm
-2

) irradiation for 

different D:A weight ratios: 1:1 (squares); 1:2 (circles); 1:3 (triangles); 1:4 

(diamonds). 

 

Table 3.3 Summary of parameters extracted from the J-V curves of 

ITO/PEDOT:PSS/BisEH-PFDTBT:PCBM/Al solar cells, prepared with 

different D:A weight ratios and similar thickness of the active layer.  

Thickness 

(nm) 

D:A ratio 

(w/w) 

Rs 

( cm
-2

) 

Rsh 

( cm
-2

) 

Photovoltaic parameters 

(AM1.5, 100 mW cm
-2

) 

Jsc 

(mA cm
-2

) 

Voc 

(V) 

FF 

 

PCE 

(%) 

100 1:1 33 4.5 x 10
3
 2.48 0.92 0.29 0.65 

110 1:2 24 8.6 x 10
3
 4.03 0.90 0.35 1.27 

130 1:3 25 6.1 x 10
4
 4.99 0.98 0.38 1.84 

120 1:4 14 1.2 x 10
6
 4.97 1.01 0.42 2.11 
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 All the photovoltaic parameters improved with the PCBM content in the blend. 

The best performance was achieved with the highest considered acceptor concentration. 

For the device made with 1:4 D:A ratio and with an active layer thickness of 120 nm,  

4.97 mA cm
-2

, 1.01 V, and 0.42 were obtained for the short-circuit current (Jsc), the 

open-circuit voltage (Voc) and fill factor (FF), respectively,  leading to a power 

conversion efficiency (PCE) of 2.11%. The increasing fill factor, as well as the 

decreasing series resistance (Rs), indicates an evolution toward a better network 

formation as the percentage of PCBM rose, likely within the acceptor phase. The 

slightly increasing open-circuit voltage could be explained by the improved shunt 

resistance (Rsh) (Figure 3.44), undergoing a variation of around three orders of 

magnitude by passing from 1:1 to 1:4 D:A weight ratio. The drastic increase of Rsh, 

indicating a progressive suppression of leakage currents by increasing the acceptor 

concentration, could be consistent with the formation, at high PCBM contents, of a 

vertically segregated blend morphology, leading to an accumulation of the acceptor 

toward the cathode contact and of the polymer toward the ITO/PEDOT:PSS anode.  
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Figure 3.44 Series resistance and shunt resistance of ITO/PEDOT:PSS/BisEH-

PFDTBT:PCBM/Al solar cells as a function of blend composition.  
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3.5.2 Light intensity effect 

A light-intensity dependent study was carried out by using a set of neutral 

quartz filters to attenuate the incident light power (Pin). The dependence of Voc on Pin is 

highly affected by the blend composition and is stronger for lower PCBM contents, 

mainly at low incident light power, Figure 3.45. It has been shown that a linear trend of 

Voc, when plotted against the natural logarithm of Pin, is expected for polymer solar 

cells in the case of Langevin recombination of charge carriers. In addition, the slope of 

the linear plot is proportional to the thermal voltage kT/q (k is Boltzmann’s constant, T 

the absolute temperature and q the electronic charge) and is affected by charge trapping 

phenomena [200]. 

In the plots shown in Figure 3.45, a linear portion can be detected, limited for 

lower PCBM concentrations and more extended as the acceptor content was increased.  

The values of the slopes calculated from the linear fits are displayed in Figure 

3.45b versus the D:A weight ratio of BisEH-PFDTBT:PCBM solar cells. For 1:1 and 

1:2 D:A ratios,  a slope of around 51 mV was calculated, around twice kT/q, the 

thermal voltage being around 25 mV at room temperature. The slope decreased to 

around 28 mV at 1:4 D:A ratio, indicating a nearly trap-free condition, as a slope of just 

kT/q is expected in the absence of trapping phenomena. The effect of charge trapping 

on Voc is stronger at low carrier density, that is at low Pin, where trap-assisted 

recombination takes over from Langevin recombination [121, 201], thus justifying the 

steep increase of Voc at low Pin for BisEH-PFDTBT:PCBM solar cells at lower PCBM 

contents, Figure 3.45.  

The analysis of light intensity dependence of Voc clearly demonstrates that 

charge trapping effects limit the performance of BisEH-PFDTBT:PCBM solar cells 

with PCBM percentages lower than 80%.  
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Figure 3.45 (a)Open-circuit voltage of ITO/PEDOT:PSS/BisEH-PFDTBT:PCBM/Al 

solar cells as a function of the incident light power and for different D:A 

weight ratios: 1:1 (squares); 1:2 (circles); 1:3 (triangles); 1:4 (diamonds).  

The lines represent the linear fit to the experimental data. (b) The slopes 

calculated from the linear fits against the D:A weight ratio. 

 

Likely, the formation of the desired continuous acceptor pathway is only 

reached with the 1:4 D:A ratio in BisEH-PFDTBT:PCBM blends and for lower 
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acceptor concentrations electrons are trapped in isolated PCBM aggregates and 

recombine with charges of opposite sign from the polymer phase.  

The occurrence of trapping effects in BisEH-PFDTBT:PCBM solar cells could 

also explain the lower values of Voc at 1 sun for 1:1 and 1:2 D:A weight ratios (Table 

3.3).  

 

3.5.3 Generation of free electron-hole pairs 

BisEH-PFDTBT:PCBM blends shows an efficient quenching of the 

photoluminescence emission. However, it has been shown [202]
 
that the photoinduced 

charge transfer process generates bound hole-electron (h-e) pairs, because of the strong 

Coulomb interaction, which could be dissociated into free carriers or recombine. 

The ability of generation of free h-e pairs in BisEH-PFDTBT:PCBM solar cells 

was investigated by analyzing the photocurrent (Jph) under reverse bias conditions 

[203]. A reverse voltage sweep from 1.2 V to -12 V was applied to solar cells and the 

current was measured both in the dark (JD) and under white light irradiation (JL). The 

effective photocurrent Jph was obtained by subtracting JD from JL.  As an example, Jph is 

displayed in Figure 3.46a in a double logarithmic scale as a function of the effective 

voltage V0-V for 1:2 and 1:4 D:A ratios, V0 being the voltage at which Jph is zero and V 

the externally applied voltage.  

The generation rate of free carriers is dependent on charge carrier mobility, 

other than on the electric field and temperature. The dependence of Jph on field is 

stronger for lower PCBM concentrations in BisEH-PFDTBT:PCBM solar cells, 

indicating better transport properties for higher acceptor concentrations, as often 

reported for polymer solar cells [190].  From the analysis of the trend of Jph with the 

effective voltage it is evidenced by a slope of 0.5 in an intermediate range of the 
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voltage. This is consistent with the nearly linear relationship of Jsc with Pin observed for 

all considered blend compositions. For all D:A ratios, Jph reached the saturation at high 

reverse bias (Figure 3.46), indicating that all photogenerated bound h-e pairs are 

dissociated into free carriers. From the saturation current (Jsat), the generation rate of 

bound h-e pairs Gmax was calculated with Equation 1.31  and  its value ranged between   

4.0 x 10
21

 and 6.1 x 10
21

 cm
-3

 s
-1

 for BisEH-PFDTBT:PCBM solar cells, the latter value 

being related to the 1:1 D:A blend which for comparable thickness absorbs more light. 

A clear dependence of the percentage of charge generation on BisEH-PFDTBT:PCBM 

blend composition, Figure 3.46b, with respect to its maximum possible value Gmax, was 

found at short-circuit condition (V = 0) and at the voltage VMPP corresponding to the 

maximum power point of the J-V curve. As expected, both at V = 0 and V = VMPP, the 

charge generation ability reached its highest value for 1:4 D:A ratio, with values of 

64% and 38%, respectively. At 50% by weight of PCBM, those percentages were 

reduced to 39% and 21%, respectively.  

Even for the most efficient blend composition, more than one third of the 

photogenerated bound h-e pairs does not lead to the formation of carriers free to move, 

indicating that this step is a major limiting factor of the performance of  BisEH-

PFDTBT:PCBM solar cells.  
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Figure 3.46 (a) Effective photocurrent against the effective voltage of 

ITO/PEDOT:PSS/BisEH-PFDTBT:PCBM/Al solar cells, under white 

light irradiation (AM1.5, 100 mW cm
-2

), for 1:2 (circles) and 1:4 (squares) 

D:A weight ratios. (b) Probability of charge generation at short-circuit 

condition and at the maximum power point is displayed against the D:A 

weight ratio. 
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3.5.4 Effect of active layer thickness and LiF buffer layer 

A study of the behaviour of BisEH-PFDTBT:PCBM solar cells with the active 

layer thickness was also carried out for the optimum D:A ratio of 1:4. For better device 

optimization, a LiF (0.8 nm) cathode buffer layer was evaporated on the top of the 

active layer before the Al contact deposition. The parameters extracted from the J-V 

curves are reported in Table 3.4 for active layers thickness ranging between 90 nm and 

160 nm. 

 

Table 3.4 Summary of parameters extracted from the J-V curves of 

ITO/PEDOT:PSS/BisEH-PFDTBT:PCBM/LiF/Al solar cells, prepared with 

the same D:A weight ratio of 1:4 and with different thickness of the active 

layer. 

Thickness 

(nm) 

D:A ratio 

(w/w) 

Rs 

( cm
-2

) 

Photovoltaic parameters 

(AM1.5, 100 mW cm
-2

) 

Jsc 

(mA cm
-2

) 

Voc 

(V) 

FF 

 

PCE 

(%) 

160 1:4 8.91 5.66 1.05 0.40 2.43 

125 1:4 5.42 4.97 1.05 0.42 2.25 

100 1:4 3.90 5.16 1.07 0.46 2.57 

90 1:4 2.25 5.02 1.04 0.47 2.46 

 

 

 The LiF buffer layer assists in the collection of negative carriers and, as 

reported by Brabec et al [111], it decreases the cathode contact resistance, resulting in a 

reduced series resistance of solar cells, Table 3.4. The parameters most affected by the 
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active layer thickness were the series resistance and fill factor, indicating charge 

transport limitation in BisEH-PFDTBT:PCBM solar cells. 
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Figure 3.47  (a) The photocurrent curves against the effective voltage and for 

different thickness: 93 nm (squares); 126 nm (circles); 160 nm (triangles).  

(b) Maximum possible generation rate of free carriers in 

ITO/PEDOT:PSS/BisEH-PFDTBT:PCBM(1:4 w/w)/LiF/Al solar cells as a 

function of the active layer thickness.  
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The power conversion efficiency did not change a lot with the thickness, being 

compensated by an enhanced light harvesting ability for thicker active layers. The best 

overall performance was achieved with the blend 100 nm thick, showing a short-circuit 

current of 5.16 mA cm
-2

, an open-circuit voltage of 1.07 V, a fill factor of 0.46 and a 

PCE of 2.57%.  

The photocurrent showed a similar behaviour with the effective voltage for cells 

made with different thickness of the active layer, Figure 3.47a. From the saturation 

currents, the maximum rate for e-h pair dissociation was calculated.  

As expected, Gmax is reduced as the active layer becomes thicker and thicker, 

since it represents an average value over the sample thickness, Figure 3.47b. The 

generation rate probabilities of free carriers at short-circuit condition and at the 

maximum power point are displayed in Figure 3.48 as a function of the blend thickness.  
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Figure 3.48 Probability of charge generation at short-circuit condition and at the 

maximum power point for ITO/PEDOT:PSS/BisEH-PFDTBT:PCBM(1:4 

w/w)/LiF/Al solar cells as a function of the active layer thickness. 
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3.5.5 Conclusion 

The overall performance of BisEH-PFDTBT:PCBM solar cells reaches its 

maximum at 80% by weight of fullerene content. Device made with active layers of 

comparable thickness and PCBM content ranging between 50% and 80% show Jsc, FF, 

shunt resistance, and efficiency increasing with the fullerene content, accomplished by 

a decreasing series resistance. This clearly indicates the device performance is mainly 

controlled by the donor/acceptor intermixed network formation rather than by the 

photon absorption ability, also confirmed by the trend with the active layer thickness. 

The dependence of Voc with light power intensity indicates the occurrence of trapping 

effects at lower PCBM content. The best power conversion efficiency was achieved for 

1:4 D:A  weight ratio and the blend thickness of 100 nm. 

A main loss mechanism is represented by the reduced ability of generation of 

free electron-hole pairs. At short circuit condition, only 64% of the photogenerated 

excitons leads to free carriers, while the percentage is reduced to 38% at the maximum 

power point for the best blend composition. This incomplete dissociation of 

photogenerated bound electron-hole pairs under operating condition is therefore a main 

lose mechanism. 
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